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ABSTRACT Coatings presently used on Navy shore facilities are mostly of the
alkyd type, which use organic solvents in their formulation. These solvents
present environmental problems because they contribute to the production of
photochemical smog. The Naval Civil Engineering Laboratory conducted an
investigation into the use of latex coatings on plywood to determine to what
extent (1) they could be used as alternatives to alkyd paints without loss of
performance and (2) performance could be predicted. It was found that latex
coating systems can be satisfactorily substituted for traditional solvent-type
alkyd coating systems on wood substrates. By a statistical analysis of penetration
data, it should be possible to predict field performance of coatings.
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INTRODUCTION

The facilities of the Naval Shore Establishment have an estimated

* replacement value of $88 billion (excluding land) (Ref 1), with an

annual expenditure for construction and maintenance of $5 billion.
Because most of the structures in the Naval Shore Establishment are over
30 years old and are not designed for modern, efficient maintenance,
maintenance costs are unusually high--about $800 million annually. A
Naval Civil Engineering Laboratory (NCEL) study in 1981 (Ref 2) indicated
that for Norfolk Naval Station painting costs represent about 10% of the
total maintenance expense. Extrapolating these data Navywide means about
$90 million is spend annually on painting. Wood in housing and other
buildings at shore activities is especially susceptible to weathering
because its grain structure tends to swell and crack with prolonged
exposure to moisture and natural weathering, thus requiring frequent
painting.

Many regional areas are currently restricting the use of oil-based
coatings for wood and other substrates because the organic solvents in
these coatings contribute significantly to the production of photochemical
smog (Ref 3 and 4). Because of this, the Naval Facilities Engineering
Command (NAVFAC) has assigned responsibility and delegated authority to
NCEL to find or develop alternative environmentally acceptable coating
systems and application requirements that meet all Government regulations
concerning volatile organic solvents. These new coating systems must
provide at least the same level of protection to Navy shore facilities
as presently provided by nonconforming systems. The physical, chemical,
and performance criteria established from this effort will then be used
in NAVFAC guide specifications and manuals as guidance to field activities.

This program encompasses environmentally acceptable (1) latex
coating systems for plywood; (2) waterborne or high-solid epoxy, alkyd,

* and urethane coating systems for steel; and (3) special-purpose coating
systems for facilities such as antenna structures, waste treatment tanks,
and mooring buoys.

* This report describes the investigation of latex coatings for plywood
to determine to what extent a successful substitution could be made and
to what extent performance can be predicted from original paint proper-
ties. Plywood was used because its surfaces have the uniformity
necessary for reproducible results. The surfaces of other timbers vary
greatly in amounts of flat and edge grain. This report also describes
the testing program, results of the laboratory and field tests, and the
condition of test panels exposed to a severe marine atmospheric
environment for 4 years. This report also identifies the best
performing latex coating system and recommends it as a substitute for
organic solvent-type alkyd coatings that are currently restricted by
environmental regulations .
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TEST PROGRAM

Oil-based coatings are generally believed to be more appropriate

than latex coatings for wooden surfaces because of wetting, penetrating,

and sealing properties. Latex coatings, particularly topcoats, have
been receiving greater use on wood lately because of their environmental
acceptability, as well as other useful properties. The present study

was initiated to compare the performance of alkyd (oil-based) and latex
coatings on wood, as well as the performance of latex-over-alkyd coatings

and vice versa. Data on mixed systems will permit recommendations for
recoating existing coated structures.

The coating systems tested included both experimental and presently
marketed (both specification and proprietary) materials to provide

information on both present short-term and future long-term recommenda-
tions. Thus, both 6.2 (exploratory development) and engineering inves-

tigation funds were used. The actual coating systems investigated are
listed in Table 1. Available formulations, laboratory analyses, and
sources of these coatings are presented in Appendixes A, B, and C,
respectively.

Twenty-two coating systems were applied in triplicate (Figure 1) to
the fronts and backs of rough-sawn and smooth plywood (grade A-C Douglas
fir) panels (a total of 132). Panel dimensions were 12 by 12 by 5/8 inch.

Surfaces were brushed lightly by hand using a medium hard bristle brush
before coating. One coat of primer and two coats of topcoat were brushed
onto each panel. After curing, the edges were dipped in special sealer
(Imperial aluminum edge seal) to prevent accelerated deterioration at
exposed edges.

Two sets of the coated panels (total of 88) were shipped to the

NCEL test site at Kwajalein, Marshall Islands, for exposure in a severe
marine atmospheric environment (Figure 2). Kwajalein is near the center

of the tropical zone at 8044 ' N. latitude. The exposure racks are
located about 100 feet from the surfline at high tide and hold the test
panels at a 45-degree angle to the horizontal, facing the prevailing
east-northeast wind that carries large amounts of salt-laden moisture

onto the panels. Rainfall is plentiful, averaging over 10 in./mo during

8 months of the year; total annual rainfall is about 105 inches. The
annual average temperature range is 81 to 83°F, and wind velocity is
between 8 and 21 mph.

The third (unexposed) set (total of 44) was used for laboratory
testing of initial adhesion and depth of coating penetr.tion. After
2 years of exposure and at the conclusion of the test (4 years), one set
each was brought back to the laboratory to determine changes in adhesion.

Field specimens at Kwajalein were rated semiannually for general
protection, discoloration, chalking, checking, cracking, flaking, ero-
sion, blistering, and mildew. American Society for Testing and Materials
(ASTM) rating standards were used for recording the degree of protection
given by a coating; a rating of 10 indicated complete protection, and a
rating of 0 indicated no protection. For this report, a protection

rating of 7 indicated coating failure.
In determining the bonding strengths of the coating systems to the

wooden surfaces, a minimum of five sandblasted steel dumbbell-shaped
probes, 1 cm in end area, were abrasive blasted to a white metal finish

and bonded to each coated specimen with an epoxy adhesive (Hysol EA9309).
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After 3 days of curing, the probes were pulled at a rate of 0.5 cm/mmn
by a table model Instron testing machine until failure occurred. Both
the type of failure and the magnitude (to the nearest 0.1 kg/cm) were
recorded. Bonding strengths were measured on unexposed specimens and
specimens exposed for 2 and 4 years to determine the effects of weather-
Ing on bonding strength. The correlation between bonding strength and
coating performance was also determined.

Penetration studies were conducted using calibrated light micro-
scopes on thin sections of coated wood sliced with a microtome. Since
the penetrations were unevenly distributed and thus difficult to mea-
sure, a planimeter was used to measure the cross-sectional area of pene-
tration from a photograph taken through a microscope. Penetration was
calculated from the planimeter measurements and the magnification.
Correlations between penetration and bonding strength and between pene-
tration and performance were determined.

RESULTS OF TESTING AN~D DISCUSSION

Weathering

Appendix r contains semiannual ratings of coated panels exposed at
Kwajalein for 4 years. Each item was rated and tabulated separately in
Tables D-1 through D-36 of Appendix D according to category. Figures 3
and 4 are graphical summarizations of the performance of all 22 coating
systems exposed for 1, 2, 3, and 4 years as recorded in Appendix D,
respectively. The shaded areas of each block represent the degree of
failure in discoloration, chalking, checking, cracking, flaking,
erosion, blistering, mildew, and general protection, respectively. No
shading in the block means excellent performance (rating of 10), a
half-shaded block means fair performance (rating of 8 to 9), and a
completely shaded block means poor performance (rating of 7 or below).
Bonding strengths after 48 months are listed along with a chart to
assist in the overall review of the relationship between coating
performance and bonding strength. After 4 years in the severe marine
atmospheric environment at Kwajalein, some of the coatings had shown
considerable wear and deterioration (Figure 5). Differences in their
performance become more pronounced as the shaded areas in Figures 3 and
4 of some of the coating systems increase.

To compare and evaluate the relative performance of each of the 22
coating systems, the fourth- and third-year performance ratings were
ranked and listed in Tables E-1 through E-18 in Appendix E separately
according to category. The scores were obtained from the 48-month
rating tables of the respective category listed in Appendix D. For
example, the scores for general protection in Table E-1 were obtained
from the average (smooth and rough-sawn surfaces) of 48 months of
general protection ratings in Table D-4 and arranged according to rank.
The scores for general protection in Table E-2 were prepared similarly
from the average of 36 months of general protection ratings in Table D-3
and arranged according to rank. First- and second-year performance
ratings were not presented here to simplify this report and because the
coatings were not deteriorated sufficiently to show significant
differences among them.

3



General Protection. Table E-1 reveals that the first 15 top per-
forming coating systems consisted of latex primer and latex topcoat.
Furthermore, all of the 14 top performing coatings were topcoated with
proprietary products. The last eight (poorest performing) coating
systems used Government specification primers and topcoats, except for
System 22. System 22 is a proprietary product formulated with a water-

reducible alkyd resin.
Among the proprietary products, Sinclair 1300, 4400, and 4800 ranked

1st, tied for 3rd, and 6th, respectively, in the area of general protec-
tion. One of the three UCAR paints tied at 3rd and the other two were
tied at 10th. Two of these three UCAR paints tied at 2nd and the other
at 7th I year earlier. SUNCO was ranked 2nd. Standard Brands paints

ranked 3rd, 6th, two tied at 8th, and 12th. The coating systems
topcoated with specification paints trailed at 15th to 22nd, except for
proprietary System 22, which ranked 20th.

Among the specification systems, the latex-over-latex (latex/latex)
performed better than the latex-over-alkyd (latex/alkyd) coating system.
System 1, an alkyd-over-alkyd (alkyd/alkyd) system, performed the poorest
of all.

The Sinclair paints provided the best general protection, followed

by SUNCO, UCAR, and Standard Brands, respectively. All specification
coating systems were rated inferior to the proprietary systems tested.
Coatings performed significantly better on rough-sawn than on smooth
plywood, when the general protection averages of specimens with the two
nurfaces shown in Tables D-I through D-4 were statistically analyzed.

Latex paints provided better general protection probably because

their resins retained greater flexibility than did the alkyd resins
during weathering. The drying oil portions of alkyd formulations

continue to cross-link (polymerize) during weathering to become more

rigid.

Discoloration. Table E-3 revealed that Sinclair 1300 again ranked
Ist on the discoloration rating, and other Sinclair paints ranked 4th
arid 10th. SUNCO was tied at 2nd. Standard Brands paint, F6674-5, was

showing good resistance to discoloration and tied at 2nd, while three
other Standard Brands paints ranked 4th and two tied at 7th. UCAR

paints ranked 4th, 7th, 12th, and 14th. Here again, test panels top-
coated with specification paints ranked lower, from 11th to 21st.

Latex/latex systems performed better than the alkyd/latex, latex/
alkyd, and alkyd/alkyd coating systems. The specification paints had
greater discoloration than the proprietary products tested. There was

no significart difference in coating discoloration on the rough-sawn and
the smooth plywood specimens, as shown in Table D-2.

Chalking. Chalking Is the formation of loose powder at, or just

beneath, the surface of the paint as a result of decomposition of the
paint resin by ultraviolet light. Table E-5 reveals that the UCAR

paints were most chalk resistant; one ranked 1st, two tied at 4th, and
another ranked 11th. Sinclair paints ranked 2nd and two tied at 8th.
They were all latex/latex coating systems. Among the specification
paints, systems with TT-E-529 (alkyd) topcoat were more chalk resistant
than those with latex topcoats (TT-P-19, TT-P-1510, or TT-P-96). Two of
the TT-E-529 topcoated systems tied for 11th. Other specification

systems ranked 16th to 22nd.

4
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Latex/latex coating systems were more chalk resistant than the
latex/alkyd, alkyd/latex, or alkyd/alkyd coating systems. The proprie-

tary products tested were found to be much more chalk resistant than the
specification coatings tested. Among the specification coatings, alkyd-
topcoated coatings were more chalk resistant tian latex-topcoated coat-
ings. The coatings on the rough-sawn plywood exhibited less chalking
than the coatings on the smooth plywood at a later stage as indicated in
Tables D-9 through D-12.

Checking. Checking is a condition with slight breaks in the paint

film that do not penetrate to the substrate. There was no checking on

all three Sinclair paints, two of the UCAR paints, one of the Standard
Brands paints (Figure 6), and the SUNCO paint. These proprietary products

tied for first. Checking appeared on all specification paints in varying
degrees, ranking 14th to 22nd. Among the specification paints, Table E-7
reveals that TT-P-19 was more resistant to checking than TT-P-15 10,
TT-E-529, or TT-P-96.

As a group, proprietary products were more resistant to checking

than specification coatings. Latex/latex systems were more resistant to

checking than the alkyd/latex, alkyd/alkyd, or latex/alkyd coating sys-
tems. As a group, Sinclair brands were the most resistant to checking

followed by UCAR, SUNCO, and Standard Brands. Specification paint
TT-E-529 was the least resistant to checking and ranked 22nd.

Tables D-13 through D-16 show that, except for the first 12 months,

coatings on the rough-sawn plywood exhibited less checking than on the
smooth plywood.

Cracking. Cracking differs from checking in that the breaks in the
paint film extend to the substrate. There was no cracking on two all-
latex systems, one of the Sinclair paints, and the SUNCO paint. Propri--
etary products ranked ist to 13th. Although most of the specification
paints were also latex, they formed more cracks (Figure 7) than the pro-
prietary products and were rated lower, 14th and below. The specifica-
tion paints primed with TT-P-001984 latex primer and topconted with
TT-E-529, TT-P-19, TT-P-1510, or TT-E-96 were all ranked 17th or below.
Among the specification paints, the system with the latex topcoat over
the alkyd primer (MIL-P-28582) showed less cracking than the system with

the latex topcoat over the latex primer. System 1, MIL-P-28582 alkyd
primer and TT-E-529 alkyd topcoat, exhibited the most cracking, ranking
22nd.

As a group, latex/latex coating systems exhibited less cracking

than did the alkyd/latex, latex/alkyd, or alkyd/alkyd coating systems. 
V

Sinclair paints exhibited the least cracking, followed by SUNCO, UCAR,

and Standard Brands. More cracking was found on the specification top-
coats than the proprietary products. Coatings on the rough-sawn plywood
cracked much less than on the smooth plywood, as indicated in Tables D-17
through D-20. The difference in degree of cracking between them was

statistically highly significant.

Flaking. Flaking and peeling result when a paint tilm loses adhe-

sion to the substrate or to another coat of paint. Flaking is the
loosening of small pieces of paint. There was no flaking on all three
Sinclair paints, two UCAR paints, SUNCO, and two of the Standard BramdT!;

5.
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paints, as indicated in Table E-11. Flaking occurred on all of the
specification paints to varying degrees. System 1 (MIL-P-28582/TT-E-529),
alkyd/alkyd, peeled the most and ranked 22nd (Figure 5), preceded by

Amoco (water-reducible alkyd/alkyd), which ranked 21st.
Latex/latex coating systems were more resistant to flaking than the

alkyd/latex, latex/alkyd, or ilkyd/alkyd coating systems. Sinclair,
UCAR, and SUNCO had the highest flake resistance, closely followed by
Standard Brands. All specification coatings had less flake resistance
than the proprietary coatings in Table E-11. Their differences were
statistically significant. The coatings on the rough-sawn plywood
flaked much less than the coatings on the smooth plywood as shown in
Tables D-21 through D-24. The difference between them was statistically

significant.

Erosion. Erosion is the natural sequence of wearing away (weathering
by sun and rain) of the finish to expose the substrate or undercoat and
is thus a consequence of chalking. As a group, the proprietary latex
paints fared well, while all the specification paints showed considerable
erosion after 4 years of exposure, as shown in Table E-13. The latex/
latex coating systems were more erosion resistant than the alkyd/latex,
latex/alkyd, and alkyd/alkyd systems. System 22, which consisted of
water-reducible alkyds, was the least erosion resistant. The coatings

on the rough-sawn plywood appeared to be eroded slightly less than the
coatings on the smooth plywood as shown in Tables D-25 through D-28.
However, statistical analysis failed to show any significant difference

between them.

Blistering. There was no blistering on any of the coating systems
through 4 years of exposure, as indicated in Tables D-29 through D-32.
Thus, they were all rated 10 and ranked the same, as shown in Tables E-15

and E-16.

Mildew. During the 4 years of exposure, mildewlike greenish stains
appeared on some of the test panels. However, microscopic examination
at the laboratory found no mildew-related microorganisms present. Thus,
the mildewlike stains were considered dirt stains and the previous mildew
rating was corrected. All were rated 10 and ranked the same, as shown

in Tables E-17 and E-18.

Overall Performance. To compare and evaluate the overall relative
performance of each of the 22 coating systems tested, the averages of
each rated item after 4 years of exposure (listed in Tables D-4, D-8,
D-12, D-16, D-20, D-24, D-28, D-32, and D-36 in Appendix D) were com-
bined and averaged for an overall score for each coating system and
listed in Table 2 according to rank. For example, the score for
System 18 (9.60), the top performer, was obtained by averaging the
48-month ratings for general protection (9.55), discoloration (9.50),
chalking (8.00), checking (10.00), cracking (9.67), flaking (10.00),
erosion (9.66), blistering (10.00), and mildew (10.00) listed in
Tables D-4, D-8, D-12, D-16, D-20, D-24, D-28, D-32, and D-36, respec-
tively, in Appendix D. To compare the fourth-year performance with the
performance of the preceding years, the overall relative performance of
the first, second, and third years was similarly prepared and is pre-
sented in Appendix F.

6
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Table 2 shows that Sinclair 1300 and 4400 ranked Ist and 2nd,
respectively, after 4 years of exposure. SUNCO tied at 2nd. UCAR
19-92-C, previously tied at 1st at the end of 3 years of exposure,
ranked 8th this time because of increased cracking and slight flaking
during the fourth year of exposure. Other UCAR coatings, 19-93-A and
19-92-A, ranked 5th and 7th. UCAR 19-92-B ranked 13th because consid-
erably more chalking, checking, cracking, peeling, and erosion developed
compared to the other three UCAR products, as illustrated in Tables H-5,
E-7, E-9, E-11, and E-13. Five Standard Brands coatings ranked 6th and

9th through 12th.
Seven specification topcoated systems, Systems 1 to 3 and Systems 5

to 8, ranked 15th and below, as shown in Table 2. The specification
paints continued to exhibit relatively poor performance in all categories
except blistering and mildew since the beginning of the exposure tests,
as shown in Tables F-I, F-2, F-3, and F-4 of Appendix F. There was no
blistering or mildew on any of the 22 coating systems tested as illus-
trated in Tables D-29 through D-36 of Appendix D. All the panels top-
coated with specification coatings became noticeably chalky and dis-
colored and had low checking and cracking ratings compared to the pro-
prietary products tested, as indicated in Appendix D.

In summary, field exposure results indicate that the proprietary
products performed quite well on plywood, while the specification coat-
ings performed relatively poorly. The major difference in composition
between the specification paints and proprietary coatings analyzed
(Appendix B) is that the specification paints contained a significantly
higher concentration of pigment to nonvolatile vehicle than the proprie-
tary products, as shown in Table 3. The relatively high pigment concen-

tration could have included cheaper extender pigment to lower the cost.
Extender pigments permit very high transmission of ultraviolet light and

thus do not protect the binder well (Ref 5). This car, result in greater
chalking, erosion, cracking, and brittleness of the paint. Conversely,
the specification paints contained considerably less nonvolatile resin
compared to the proprietary products. When pigment is excessive and
vehicle solid is too low, the coating would have lower tensile strength,
elongation and adhesion and would become porous, brittle, and permeable
to moisture (Ref 5).

Since paint formulations for the top performing paints (Sinclair
AP8-11 primer and Sinclair 1300 and 4400 finish paints) were not pro-
vided 1y the manufacturer, further compositional breakdown and perfor-
mance tests were conducted on these paints at the Mare Island Naval
Shipyard Paint Laboratory according to tests required in specifications
TT-P-19 and TT-P-1984, as appropriate, to establish product criteria.
The results are listed in Tables G-1, G-2, and G-3, respectively, in

Appendix G.
Statistical analysis indicates that coating systems on rough-sawn

surfaces performed significantly better than the same coating systems on
smooth surfaces in all categories. These include chalking, checking,

cracking, flaking, and erosion, as shown in Tables D-1 through D-36 iii
Appendix D.

Latex/latex coating systems performed significantly better than the
alkyd/latex, latex/alkyd, or alkyd/alkyd coating systems.

7
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Adhe sion

The initial bonding strengths and those after 2 and 4 years of
exposure at Kwajalein are summarized in Appendix H.

Adhesion or cohesion failure occurred either at the coating, adhe-
sive, substrate, or interface between them. in all cases, there was
neither purely adhesion failure nor cohesion failure, but two or more
types of failure were found and irregularly distributed in the fractured
areas. An average of 61% of the bonded area on smooth specimens and 64%
of the bonded area on rough-sawn specimens after 2 years of exposure
involved wood failure in the adhesion tests. An average of 91% of the
bonded area on smooth specimens and an average of 78% of the bonded area
on rough-sawrn specimens after 4 years of exposure involved wood failures.
Hence, the bonding strengths presented in Appendix H are not entirely
the bonding strengths of the coatings but are a combination of adhesion
and cohesion strength of the coatings and internal strength of the wood
substrate.

The average initial bonding strength of coatings on rough-sawn sur-
faces (19.2 kg/cm 2 ) was significantly higher (41%) than the average
bonding strength of coatings on smooth surfaces (13.4 kg/cm 2 ). However,
after 4 years of exposure, the difference in bonding strengths between
the smooth surface and rough-sawn surface was significantly less
(19.4 kg /cm2 versus 16.8 kg/cm 2 , respectively) as shown in Appendix H.
Appendix H also reveals that the bonding strengths of coatings on rough-
sawn surfaces remained quite constant when examined initially, after
2 years, and after 4 years of exposure (19.2, 20.7, and 19.4, respec-
tively). However, the bonding strength of the coatings on smooth sur-
faces fluctuated considerably during the same period (13.4, 20.0, and
16.8, respectively). The increase in bonding strength after weathering
is probably attributed to loss of the surface active agent. There was
quite a variation in bonding strength measured among the 22 systems
despite the fact that 14 had the same primer.

To identify any relationship between bonding strength and coating
performance on rough-sawn surfaces, correlation coefficients between
initial bonding strength listed in Appendix H and performance (after
48 months of exposure) in each category listed in Tables D-4, D-8, D-12,
D-16, D-20, D-24, D-28, D-32, and D-36 in Appendix D were determined,
respectively. Their significance and correlation coefficients are
listed in the first and second columns, respectively, in Table 4. To
identify any relationship between initial bonding strength and perfor-
mance on smooth surfaces, correlation coefficients between initial
bonding strength listed in Appendix H and performance (after 48 months
of exposure) in each category listed in the same tables as above were
also determined, respectively; their significance and correlation coef-
ficients are listed in the third and fourth columns, respectively, in
Table 4. To determine the correlation between bonding strength and per-
formance of coatings on smooth and rough-sawn surfaces after 4 years of
exposure, correlation coefficients between bonding strength listed in
Appendix H and performance in each category listed in the same tables as
above were determined. Correlation coefficients and their significance
are listed in the fifth through eighth columns of Table 4.
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Tests of significance on these correlation coefficients listed in
Table 4 showed that there is no significant correlation between initial
bonding strength and coating performance after 4 years of exposure in
each category. The correlation coefficients listed in Table 4 failed to
meet the critical value, a correlation coefficient of 0.42 at the 95%
confidence level, except correlation coefficients obtained between ini-
tial bonding strength on smooth surfaces and chalking after 4 years of
exposure (0.46), which indicates that there is significant correlation
between initial bonding strength and chalking of the exposed coatings.

Contrary to the poor correlation exhibited between initial bonding
strength and coating performance, bonding strength after 4 years of
exposure correlated significantly well with coating performance after
4 years of exposure in many categories as shown in Table 4. Among the
coatings on the rough-sawn plywood, correlation between bonding strength
versus general protection, discoloration, chalking, checking, cracking,
and erosion was either significant (95% confidence level) or highly sig-
nificant (99% confidence level) as shown in Table 4. Among the coatings
on the smooth plywood, bonding strength correlated well with general
protection, discoloration, cracking, and erosion as shown in Table 4.
There was no correlation between bonding strength and blistering and
mildew because no blisters or mildew appeared during the 4 years of
exposure.

To analyze the correlation between the average of initial bonding
strength (average of values for smooth and rough-sawrn surfaces for each
coating system) listed in Appendix H1 and overall performance listed in
Table 2, correlation coefficients between them were determined. Simi-
larly, correlation coefficients between average bonding strength of
coatings exposed for 4 years listed in Appendix H and overall perfor-
mance listed in Table 2 were determined. These correlation coefficients
are listed in Table 5.

Tests of significance on correlation coefficients listed in Table 5
failed to show that there is significant correlation between initial

A bonding strength and overall coating performance. The correlation coef-
ficients obtained were far below the critical value of 0.42 at the 95%
confidence level. However, the correlation coefficient obtained between
bonding strength after 4 years of exposure and overall performance
(0.537) indicated that there is highly significant correlation between
them.

Thus, among 13 coating systems that were ranked 1st to 13th (scored
8 or above) in Table 2, 7 were among those of "good adhesion" (20 kg/cm 2

or better); among the 9 remaining coating systems that were ranked 14th
to 22nd (scored below 8), none were among those of "good adhesion."
Poor correlation between initial bonding strength and overall coating
performance suggests that initial adhesion values of coatings on wood
are not useful data to predict the ultimate performance of the coatings.
However, further examination of the performance scores listed in Table 2
and the bonding strengths listed in Appendix H suggests that the minimum
initial adhesion strength of coatings on plywood should be 12.0 kg/cm 

2

to attain a performance score of fair or better (8.0 or better) for
about 4 years.
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Coating Penetration

Penetration results are tabulated and summarized in Appendix 1.
* They indicate that the coatings penetrated deeper into rough-sawn sur-
* faces than smooth surfaces, 144.4 Prn versus 105.9 urn, respectively.

Seventeen of the 22 coating systems penetrated deeper into rough-sawn
surfaces, while the other 5 systems penetrated deeper into smooth sur-
faces. There was a wide range of penetration depths among the 22 coat-
ing systems despite the fact that 14 had the same primer.

* The correlation between penetration listed in Appendix I and bond-
ing strength of the coatings listed in Appendix H was analyzed. The
analysis indicated that there was poor correlation between measured
penetration and bonding strength. Deeper penetration did not result in
greater bonding strength.

4. To determine if there was any correlation between coating penetra-
tion and performance on rough-sawn and smooth surfaces, correlation
coefficients between penetration listed in Appendix I and fourth-year
overall performance were determined. The overall performance ratings of
coatings on rough-sawn or smooth surfaces were computed from the
48-month ratings listed in Tables D-4, D-8, D-12, D-16, D-20, D-24,
D-28, D-32, and D-36 of Appendix D in the same way Table 2 was prepared
except that ratings on rough-sawn and smooth surfaces were used rather
than the average of the two ratings.

Tests of significance on the correlation coefficients listed in
Table 6 indicate there is significant correlation between penetration of
coating into rough-sawn wood and overall coating performance. The cor-
relation coefficient between penetration into smooth wood and overall

* coating performance (0.33) indicated that there was no correlation
between them because it failed to meet the critical value, a correlation
coefficient of 0.422 at the 95% confidence level.

The correlation coefficient obtained between average penetration
(average of rough and smooth surface) and average overall coating per-
formance (0.43) listed in Table 2 indicates that there is significant
correlation between them. Thus, among the 13 coating systems that were
ranked 1st to 13th (scored 8 or better) in Table 2, 10 were among those
of "good penetration" (125 pmn or better); among the 9 remaining coating
systems that were ranked 14th to 22nd, only 3 were among those of "good
penetration."

The solvent-type alkyd coatings, Systems 1, 2, and 3, penetrated
much less than the latex coating systems, as shown in Appendix I. These
same systems also performed more poorly than the latex coating systems
(see Table 2 and Appendix I).

A significant correlation between coating penetration and perfor-
mance suggests that the coating penetration value can be a useful tool
to predict ultimate performance of the coating, and it warrants further
study to improve techniques for predicting coating performance.

SUMMARY OF FINDINGS

1. After 4 years of field exposure, latex/latex coating systems per-
formed significantly better than latex/alkyd, alkyd/latex, or
alkyd/alkyd coating systems.
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2. Statistical analysis indicated significant correlation between
adhesion strength of the field-exposed coatings and field performance.

3. Statistical analysis indicated significant correlation between pene-
tration of coating into rough-sawn wood and coating field performance.

4. Coating systems applied over rough-sawn surfaces performed signifi-
cantly better than those same coating systems applied over smooth sur-
faces in all performance categories.

5. Among the 22 coating systems tested, Sinclair products ranked first,
second, and fourth and SUNCO was tied at second. UCAR ranked fifth,
seventh, and eighth.

6. The specification paints contained significantly higher concentra-
tions of pigments and significantly lower concentrations of nonvolatile
resins than most of the other proprietary products tested.

7. The proprietary paints performed quite well on plywood for 4 years,
while the specification coatings did not perform well. However, the
specification paints were obtained from a single source; therefore, it
cannot be concluded in general that proprietary products can be always
better than specification paints. Also, they did not conform to

specification.i.

CONCLUSIONS

1. Latex coating systems can be satisfactorily substituted for tradi-
tional solvent-type alkyd coating systems to protect wood substrates.

2. The initial bonding strength of a coating on wood is useful in
determining whether the value meets the minimum required to attain a
fair or acceptable level of performance.

3. The initial bonding strength of latex coatings for plywood should be
12.0 kg /cm2 or higher to attain fair or better performance for about
4 years.

4. The results indicate that it should be possible to predict ultimate0
performance of the coating in the field from the penetration data.

5. The minimum penetration of a latex coating into the wood surface
should be 125 p~m or deeper to attain fair or better performance for
about 4 years.

RECOMMENDAT IONS

1. Latex coating systems that meet the product criteria listed in
Tables G-1., G-2, and G-3 of Appendix G should be used as substitutes for
solvent-type coatings where solvent-type coatings are prohibited by

%1n1q fl



environmental regulations and elsewhere to minimize the number of dif-
ferent products purchased. This will simplify procurement, reduce
costs, and result in a faster consumption of stored paints.

2. The wood surface to be protected should be rough sawn rather than
* smooth, as appropriate for the desired appearance, for better protection

by latex coatings.

3. The correlation between bonding strength of artificially weathered
coatings on wood and field performance and between coating penetration
and field performance should be investigated to develop quality assurance
tests for coatings to ensure satisfactory coating performance.

FUTURE WORK

1. A user data package (UDP) for environmentally acceptable coatings
for wood will be prepared for use by Navy activities in all environments.

2. Source variation of coating materials and acceptable variation limits
will be determined to investigate the capability of paint suppliers,
located in different geographical areas, to reproduce the same paint as
specified.

3. Quality assurance tests will be developed to ensure performance of
coatings procured.
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Table 1. Identification of Coating Systems

System Primer Topcoat

Number Specification Type Specification Type

I MIL-P-28582 Alkyd TT-F-529 Alkyd

2 MIL-P-28582 Alkyd TT-P-19 Latex
3 MIL-P-28582 Alkyd TT-P-!510 Latex
4 SUNCO Latex SUNCO Latex

5 TT-P-001984 Latex TT-E-529 Alkyd
6 TT-P-001984 Latex TT-P-19 Latex
7 TT-P-001984 Latex TT-P-15!0 Latex

8 TT-P-001984 Latex TT-P-96 Latex

9 TT-P-001984 Latex Ameritone W9900 Latex
10 TT-P-001984 Latex UCAR 19-92-A Latex

11 TT-P-001984 Latex UCAR 19-02-B Latex
12 TT-P-001984 Latex UCAR 19-92-C Latex
13 TT-P-001984 Latex UCAR 19-93-A Late:

14 Sinclair AP8-11 Latex Sinclair 4800 Latex

15 TT-P-001984 Latex Standard Brands F6674-1 Latex
16 TT-P-001984 Latex Standard Brands F6674-2 latex

17 Sinclair AP8-11 latex Sinclair 4400 late .
18 Sinclair AP8-11 Latex Sinclair 1300 Latex

19 TT-P-001984 Latex Standard Brands F6674-3 Latex
20 TT-P-001984 Latex Standard Brands Fb674-4 Late.
21 TT-P-001984 Latex Standard Brands F6674-5 Latex

a
22 AMOCO WS-549 Alkyd AMOCO WS-549 Alkyda

aWater-reducible alkyd. %

toll
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Table . Overall Performance Ranking and Scores for Coating Systems

Primer Topcoat

Rank System 
Score

Number Specification Type Specification Type

1 18 9.60 Sinclair AP8-11 Latex Sinclair 1300 Latex

2 4 9.54 SUNCO Latex SUNCO Latex

2 17 9.54 Sinclair AP8-11 Latex Sinclair 4400 Latex

4 14 9.46 Sinclair AP8-11 Latex Sinclair 4800 Latex

5 13 9.44 T'r-P-001984 Latex UCAR 19-93-A Latex

6 19 9.31 TT-P-001984 Latex Standard Brands Latex
F6674-3

10 9.24 TT-P-001984 Latex UCAR 19-92-A Latex

8 12 9.20 TT-P-001984 Latex UCAR 19-92-C Latex

9 16 9.17 TT-P-001984 Latex Standard Brands Latex
F6674-2

10 21 9.04 TT-P-001984 Latex Standard Brands Latex
F6674-5

11 15 8.72 TT-P-001984 Latex Standard Brands Latex

F6674-1

12 20 8.63 TT-P-001984 Latex Standard Brands Latex
F6674-4

13 11 8.18 TT--P-001984 Latex UCAR 19-92-B Latex

P.

14 9 7.98 TT-P-001984 Latex Ameritone W9900 Latex

15 2 7.37 MIL-P-28582 Alkyd TT-P-19 Latex

16 3 7.28 MIL-P-28582 Alkyd TT-P-1510 Latex

16 7 7.28 TT-P-001984 Latex TT-P-1510 Latex

18 5 7.20 TT-P-001984 Latex TT-E-529 Alkyd

19 6 7.07 TT-P-001984 Latex TT-P-19 Latex

20 8 7.02 TT-P-001984 Latex TT-P-96 Latex

21 1 6.52 MIL-P-28582 Alkyd TT-E-529 Alkyd

22 22 6.31 Amoco WS-549 Alkyda Amoco WS-549 Alkyda

awater-reducible alkyd.

14
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Table 3. Averages of Coating Data Based on Sources

Nonvo la tile ;

Weight! Total
Viscosity Pigment Vehicle % PSgoint!

Paint Source Gallons Solids
(lb/gal) (kg) (%) (%) (NVV) 7 NVV

Specifications 11.0 91 34.5 55.8 21.2 1.6
UCAR 10.7 88 22.6 58.9 36.3 0.62

Sinclair 10.7 84 27.2 48.9 21.8 0.55
Standard Brands 10.7 85 27.3 52.4 25.1 1.08

Average 10.8 87 27.9 54.0 26.0 1.07

pi

,-.
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Table 5. Test of Significance aof Correlation Coefficients
Between Bonding Strength and Overall Performance
of Coatings

Overll Prfo~an~ at .08Bonding Strength

Initial After 4 Years

a Sinifcane leel t 9% cofidncelevel =0.53.

Table 6. Test of Significance of Correlation
Coefficients Between Coating
Penetration and Overall Coating
Performance

Penetration Versus
Surface Overall Performance

(4 Years)

Rough-Sawn 04

Smooth 0.33

Average 04

a Significant at 95% confidence level

(critical value =0.42).
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Figure 5. Flaking and cracking of Government specification coating onplywood after 4 years of exposure.
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Appendix A

FORMULATIONS OF COATINGS*

Weight

Ingredients (ib) Amount

TT-P-19C

Acrylic Resin (AC388) 284.5 31.5 gal
Water 139.6 16.75 gal

Titanium Dioxide RUNA 50.0 1.5 gal

Talc 10-40 80.0
Hi Sil. 422 (Clay) 30.0 1.4 gal
Vicron 45-3 80.0
Kelcin 1081 (Wetting Agent) 38 oz

Ethylene Glycol 1.83 oz
9N9 (Anionic Wetting Agent) 19 oz
BYK (Film Hardening Agent) 12 oz
PMA (Phenylmercuric Acetate) 2.5 oz
KTPP (Potassium Tripolyphosphate) 0.75
Methocel J 12HS (Thickening Agent) 3.0
Ammonia 12 oz
N.D.W. (Defoamer) 9 oz

*Formulations as supplied by paint manufacturer. Some of the

proprietary product suppliers did not provide formulatlons.
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Weight
Ingredients (Ib) Amount

TT-E-529C

Alkyd Resin Type IT TT-R-266D 485

Talc 20-30 180

Wetting Agent 2

Mineral Spirits 140

CR 820 Titanium Dioxide 270

Cobalt Drier 2

Lead Drier 4

Calcium Drier 4

Antiskinning Agent II

TT-P-1510

Vinyl Acrylic Resin 283 31 gal
Water 283 34 gal
Zinc Oxide 50

Titanium Dioxide RUNA 250 7.3 gal
Talc 100
Hi Sil. 422 (Clay) 50
PVO 44-0 (Veg 011) 120
Kelcin 1081 (Wetting Agent) 4
PN9 (Anionic Wetting Agent 2
N.D.W. (Defoamer) 4
KTPP (Potassium Triphosphate) 7
Ammonia 20 oz

Ethylene Glycol 17
Lead Drier 8
Cobalt Drier 2
Manganese Drier 2

A-2
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Weight
Ingredients (Ib) Amount

TT-P-96 Type I

Vinyl Acrylic Resin 273 30 gal
Water 407 48.5 gal
Titanium Dioxide RUNA 250 7.3 gal

*Clay 50 2.3 gal
Hi Sil. 422 50 2.3 gal
pH Stabilizer 50 2.3 gal
Talc 20-30 50 2.3 gal
Kelcin 1081 (Wetting Agent) 4 0.5 gal
Tarnol 731 (Wetting Agent) 4 0.5 gal

Ethylene Glycol 15.6 2 gal
N.D.W. (Defoamer) 3.9 45 oz
9N9 (Anionic Wetting Agent) 2.2 0.25 gal
Texanol (Coalescing Aid) 10.3 1.25 gal
PMA (Phenylmercuric Acetate) 2.5 oz
Methocel J 12HS (Thickening Agent) 7
KTPP (Potassium Tripolyphosphate) 1 25 oz .
Ammonia 25 oz

MIL-P-28582 Primer

Alkyd Resin (Type I, Class B, TT-R-266D) 210

Wetting Agent 4 0.25 gal

Titanium Dioxide RUNA 215

Talc 20-30 250

Bentone #34 3

Mineral Spirits 16

Varkyd 57-38 Resin 299

Fungicide 5

Cobalt Drier 2

Manganese Drier 2

Lead Drier 4

Antiskinning Agent 2

Mineral Spirits 98
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Weight
Ingredients (Ib) Amount

TT-P-001984

Vinyl Acrylic Resin 318.5 35 gal
Water 467.0 56 gal
Texanol (Coalescing Aid) 1.75 gal
Ethylene Glycol 1.75 gal
Kelcin 1081 (Wetting Agent) 0.50 gal
N.D.W. Defoamer 45 oz
9N9 (Anionic Wetting Agent) 32 oz k,
PMA (Phenylmercuric Acetate) 2.5 oz

KTPP (Potassium Tripolyphosphate) 1

Methocel J 12HS 7
Ammonia 15 oz

Titanium Dioxide RUNA 150

Vicron 15-15 50
ASP 800 50
Mica 325 50
pH Stabilizer 50

Amoco WS-549

Resin WS-549 HRM 328

Ammonium Hydroxide 28% 20

Water 533.75

Drier Accelerator 1.0

Anti-Skinning Agent 1.0

Flow Agent 0.5 .

Titanium Dioxide R-900 221.0

Organic Titanate 15.0
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Weight

Ingredients (ib) Amount

UCAR 19-92-A

UCAR Acrylic 503 Resin 614 67.0 gal

Texigel 23-555 26.25 3.0 gal

Tergital NP-10 2.25 0.25 gal

Nalco 2300 0.5 0.05 gal

Nalco 2303 4.5 0.56 gal

Aqueous Ammonia (28% 2.0 0.25 gal

Grind 410.25 26.40 gal

Acrysol RM-3 17.5 2.0 gal

Water 4.25 0.5 gal

Propylene Glycol 13.0 1.50 gal

UCAR 19-92-B

UCAR Acrylic 351 Resin 532 59.0 gal

Texigel 23-555 26.25 3.0 gal

Tergitol NP-10 2.25 0.25 gal

Nalco 2300 0.5 0.06 gal

Nalco 2303 4.5 0.56 gal

Aqueous Ammonia (28%) 2.0 0.25 gal

Grind 410.25 26.40 gal

Acrysol RM-3 17.5 2.0 gal b

Water 83.0 10.0 gal

Propylene Glycol 13.0 1.0 gal

A-5
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Weight

Ingredients (lb) Amount

UCAR 19-92-C

UCAR Acrylic 515 Resin 672.0 74.0 gal

Texigel 23-555 26.25 3.0 gal

Tergitol NP-10 2.25 0.25 gal

Nalco 2300 0.5 0.06 gal

Nalco 2303 4.5 0.56 gal

Aqueous Ammonia (28%) 2.0 0.25 gal

Grind 410.25 26.40 gal

Acrysol RM-3 17.5 2.0 gal

UCAR 19-93-A

UCAR Acrylic 503 Resin 596 65.0 gal

Texigel 23-555 52.5 6.0 gal

Nalco 2300 0.5 0.06 gal

Nalco 2303 4.5 0.56 gal

Aqueous Ammonia (28%) 2.0 0.25 gal

Grind 391.625 22.17 gal

BYK 301 2.0 0.25 gal

Butyl Cellosolve 15.0 2.0

Water 37.5 4.5 gal

%'
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Appendix B

LABORATORY ANALYSES OF COATINGS INVESTIGATED

Total Nonvolatile Condition

Weight/Gallon Viscosity Pigment Solids Resin in
(lb/gal) (KU) (% by wt) (% by wt) (% by wt) Container

MIL-P-25852 11.83 90 54.60 72.56 17.96 Good

TT-E-529 10.04 74 34.33 61.33 27.00 Good

TT-P-19 11.00 103 32.53 54.52 21.99 Good 9%

TT-P-1510 11.13 95 32.86 52.15 19.29 Cood

SUNCO 11.90 103 39.46 66.31 26.85 Good

TT-P-001984 10.20 90 20.77 40.85 20.08 Good

TT-P-96 11.93 91 38.15 55.03 16.88 Good

Ameritone W9900 10.03 86 24.65 47.18 22.53 Good

UCAR 19-92-A 1.0.7 100 22.57 59.4 36.83 Good

UCAR 19-92-B 10.5 82 22.30 58.6 36.30 Good

UCAR 19-92-C 10.6 100 21.24 57.2 35.96 Good

UCAR 19-93-A 10.9 68 24.28 60.3 36.82 Good

Sinclair AP8-11 10.49 81 23.46 53.14 29.68 Good

Sinclair 4800 10.61 77 24.42 48.66 24.24 Good

Sinclair 4400 10.34 82 22.77 46.86 24.09 Good

Sinclair 1300 11.07 92 34.49 51.31 16.82 Good

Standard Brands 12.26 86 37.30 61.44 24.14 Good

F6674-1

Standard Brands 10.12 89 30.78 55.85 25.07 Good

F6674-2

Standard Brands 10.81 82 24.19 52.31 28.12 Good

F6674-3

Standard Brands 10.07 88 17.71 37.91 20.20 Good

F6674-4

Standard Brands 9.99 80 26.40 54.28 27.88 Good

F6674-5

Amoco WS-549 9.98 7? 18.95 43.64 24.69 Good

t- I p * -ml
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Appendix C

SOURCES OF MATERIALS

Paint Manufacturer

Amoco, White Enamel, WS-549 Amoco Chemical Corporation
Naperville, IL 60540

MIL-P-28582 Pro-Line Paint Manufacturing Co.
TT-E-529 San Diego, CA 92113
TT-P-19
TT-P-1510

TT-P-96
TT-P-001984

Ameritone, W9900 White Ameritone Paint Corporation
Long Beach, CA 90801

UCAR 19-92-A Union Carbide Corporation
19-92-B Torrance, CA 90503
19-92-C
19-93-A

Sinclair AP8-11 Sinclair Paints
4800 Los Angeles, CA 90023

4400
1300

SUNCO SUNCO Products
Los Angeles, CA 90032

Standard Brands F6674-1 Standard Brands Paint Co.
F6674-2 Torrance, CA 90509
F6674-3
F6674-4
F6674-5

C-1
* 1
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Appendix D

MARINE AThOSPHERIC EXPOSURE RATINGS OF WOOD PANELS
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Table E-1. Performance Ranking and Scores and Coating Systems After
4 Years at the Kwajalein Test Site (General Protection)

Primer TopcoatRank System Score
Number Specification Type Specification Type

1 18 9.55 Sinclair AP8-11 Latex Sinclair 1300 Latex

2 4 9.50 SUNCO Latex SUNCO Latex

3 13 9.33 TT-P-001984 Latex UCAR 19-93-A Latex

3 17 9.33 Sinclair AP8-11 Latex Sinclair 4400 Latex

3 21 9.33 TT-P-001984 Latex Standard Brands F6674-5 Latex

6 14 9.17 Sinclair AP8-11 Latex Sinclair 4800 Latex

6 16 9.17 TT-P-001984 Latex Standard Brands F6674-2 Latex

8 15 9.00 TT-P-001984 Latex Standard Brands F6674-1 Latex

8 19 9.00 TT-P-001984 Latex Standard Brands F6674-3 Latex

10 10 18.83 TT-P-001984 Latex UCAR 19-92-A Latex

10 12 8.83 TT-P-001984 Latex UCAR 19-92-C Latex e

12 9 i8.67 TT-P-001984 Latex Ameritone W9900 Latex

1? 11 8.67 TT-P-001984 Latex UCAR 19-92-B Latex

12 20 8.67 TT-P-001984 Latex Standard Brands F6674-4 Latex

15 7 8.50 TT-P-001984 Latex TT-P-1510 Latex

16 2 8.33 MIL-P-28582 Alkyd TT-P-19 Latex

17 5 8.16 TT-P-001984 Latex TT-E-529 Alkyd

17 6 8.16 TT-P-001984 Latex TT-P-19 Latex

19 8 8.00 TT-P-001984 Latex TT-P-96 Latex N
l%

20 3 7.83 MIL-P-28582 Alkyd TT-P-1510 Latex
-

20 22 7.83 Amoco WS-549 Alkyd a  Amoco WS-549 Alkyda

22 1 6.83 MIL-P-28582 Alkyd TT-E-529 Alkyd

Water-reducible alkyd.
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Table E-2. Performance Ranking Scores and Coating Systems Exposed for
3 Years at Kwajalein Test Site (General Protection)

Primer Topcoat
Rank System Score

Number Specification Type Specification Type

1 18 9.50 SINCLAIR AP8-11 Latex SINCLAIR 1300 Latex

2 17 9.33 SINCLAIR AP811 Latex SINCLAIR 4400 Latex

2 12 9.33 TT-P-001984 Latex UCAR 19-92-C Latex

2 13 9.33 TT-P-001984 Latex UCAR 19-93-A Latex

2 21 9.33 TT-P-001984 Latex Standard Brands F6674-5 Latex

2 4 9.33 SUNCO Latex SUNCO Latex

7 10 9.17 TT-P-001984 Latex UCAR 19-92-A Latex

7 19 9.17 TT-P-001984 Latex Standard Brands F6674-3 Latex

7 5 9.17 TT-P-001984 Latex TT-E-529 Alkyd

10 14 9.16 SINCLAIR AP8-11 Latex I SINCLAIR 4800 Latex

10 11 9.16 TT-P-001984 Latex UCAR 19-92-B Latex

12 15 9.00 TT-P-001984 Latex Standard Brands F6674-1 Latex

13 16 8.83 TT-P-001984 Latex Standard Brands F6674-2 Latex

13 9 8.83 TT-P-001984 Latex Ameritone W9900 Latex

15 20 8.66 TT-P-001984 Latex Standard Brands F6674-4 Latex

15 7 8.66 TT-P-001984 Latex TT-P-1510 Latex

17 6 8.33 TT-P-001984 Latex TT-P-19 Latex

17 2 8.33 TT-P-28582 Alkyd TT-P-19 Latex

a19 22 8.17 AMOCO WS-549 Alkyd AMOCO WS-549 Alkyd

10 3 8.16 MIL-P-28582 Alkyd TT-P-1510 Latex

21 8 8.00 TT-P-001984 Latex TT-P-96 Latex

22 1 7.00 MIL-P-28582 Alkyd TT-E-529 I Alkyd

a
Water-reducible alkyd.
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Table E-3. Performance Ranking and Scores for Coating Systems After
4 Years at the Kwajalein Test Site (Discoloration)

Primer Topcoat

Rank System Score
Number Specification Type Specification Type

1 18 9.50 Sinclair AP8-11 Latex Sinclair 1300 Latex

2 4 9.33 SUNCO Latex SUNCO Latex

2 21 9.33 TT-P-001984 Latex Stardard Brands F6674-5 Latex

4 13 9.17 TT-P-001984 Latex UCAR 19-93-A Latex

. 4 16 9.17 TT-P-001984 Latex Standard Brands F6674-2 Latex

. 4 17 9.17 Sinclair AP8-11 Latex Sinclair 4400 Latex

7 12 9.00 TT-P-001984 Latex UCAR 19-92-C Latex

7 15 9.00 TT-P-001984 Latex Standard Brands F6674-1 Latex

7 19 9.00 TT-P-001984 Latex Standard Brands F6674-3 Latex

10 14 8.83 Sinclair AP8-11 Latex Sinclair 4800 Latex

11 7 8.66 TT-P-001984 Latex TT-P-1510 Latex

12 9 8.50 TT-P-001984 Latex Ameritone W9900 Latex

12 11 8.50 TT-P-001984 Latex UCAR 19-92-B Latex

14 6 8.33 TT-P-001984 Latex TT-P-19 Latex

14 10 8.33 TT-P-001984 Latex UCAR 19-92-A Latex

16 3 8.17 MTL-P-28582 Alkyd TT-P-1510 Latex

16 5 8.17 TT-P-001984 Latex TT-E-529 Alkyd

18 20 8.00 TT-P-001984 Latex Standard Brands F6674-4 Latex

19 8 7.83 TT-P-001984 Latex TT-P-96 Latex

20 2 7.50 MIL-P-28582 Alkyd TT-P-19 Latex

21 1 7.33 MIL-P-28582 Alkyd TT-E-529 Alkyd

22 22 6.50 Amoco WS-549 Alkyda Amoco WS-549 Alkyda

aWater-reducible alkyd.
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Table E-4. Performance Ranking and Scores for Coating Systems After
3 Years at the Kwajalein Test Site (Discoloration)

Primer Topcoat
Rank System Score

Number Specification Type Specification Type

1 18 9.50 Sinclair AP8-11 Latex Sinclair 1300 Latex

1 19 9.50 TT-P-001984 Latex Standard Brands F6674-3 Latex

1 21 9.50 TT-P-001984 Latex Standard Brands F6674-5 Latex

4 17 9.33 Sinclair AP8-11 Latex Sinclair 4400 Latex

* 4 4 9.33 SUNCO Latex SUNCO Latex

412 9.33 TT-P-001984 Latex UCAR 19-92-C Latex

4 13 9.33 TT-P-001984 Latex UCAR 19-93-A Latex

8 16 9.17 TT-P-001984 Latex Standard Brands F6674-2 Latex

9 14 9.16 Sinclair AP8-11 Latex Sinclair 4800 Latex

9 11 9.16 TT-P-001984 Latex UCAR 19-92-B Latex

11 15 9.00 TT-P-001984 Latex Standard Brands F6674-1 Latex r

11 9 9.00 TT-P-001984 Latex Ameritone W9900 Latex

13 20 8.83 TT-P-001984 Latex Standard Brands F6674-4 Latex

13 10 8.83 TT-P-001984 Latex UCAR 19-92-A Latex

13 7 8.83 TT-P-001984 Latex TT-P-1510 Latex

16 5 8.50 TT-P-001984 Latex TT-E-529 Alkyd

1- 22 8.33 Amoco WS-549 Alkyda Amoco WS-549 Alkyda

17 6 8.33 TT-P-001984 Latex TT-P-19 Latex

19 2 8.17 TT-P-28582 Alkyd TT-P-19 Latex

20 3 8.00 MIL-P-28582 Alkyd TT-P-1510 Latex

21 8 7.83 TT-P-001984 Latex TT-P-96 Latex

22 1 7.67 MIL-P-28582 Alkyd TT-E-529 j Alkyd

a
Water-reducible alkyd.
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Table F-5. Performance Ranking and Scores for Coating Systems After
4 Years at the Kwajalein Test Site (Chalking)

Primer Topcoat

Rank System Score

Number Specification Type Specification Type

10 9.33 TT-P-001984 Latex UCAR 19-92-A Latex

2 14 9.00 Sinclair AP8-11 Latex Sinclair 4800 Latex

2 16 9.00 TT-P-001984 Latex Standard Brands F6674-2 Latex

4 12 8.50 TT-P-001984 Latex UCAR 19-92-C Latex P

4 13 8.50 TT-P-001984 Latex UCAR 19-93-A Latex

4 19 8.50 TT-P-001984 Latex Standard Brands F6674-3 Latex

4 20 8.50 TT-P-001984 Latex Standard Brands F6674-4 Latex

8 17 8.00 Sinclair AP8-11 Latex Sinclair 4400 Latex

8 18 8.00 Sinclair AP8-11 Latex Sinclair 1300 Latex

10 4 7.50 SUNCO Latex SUNCO Latex

11 1 7.00 MIL-P-28582 Latex TT-E-529 Alkyd

11 I 5 7.00 TT-P-001984 Latex TT-E-529 Alkyd

11 11 7.00 TT-P-001984 Latex UCAR 19-92-B Latex

11 21 7.00 TT-P-001984 Latex Standard Brands F6674-5 Latex

15 9 6.50 TT-P-001984 Latex Ameritone W9900 Latex

16 3 6.00 MIL-P-28582 Alkyd TT-P-1510 Latex

16 15 6.00 TT-P-001984 Latex Standard Brands F6674-1 Latex
a a-

18 22 5.00 Amoco WS-549 Alkyda Amoco WS-549 Alkyda

19 6 2.50 TT-P-001984 Latex TT-P-19 Latex

20 7 2.00 I TT-P-001984 Latex TT-P-1510 Latex

20 8 2.00 TT-P-001984 Latex TT-P-96 Latex

221 2 1.50 j MIL-P-28582 Alkyd TT-P-19 Latex

aWater-reducible alkyd.
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Table E-6. Performance Ranking and Scores for Coating System, After
3 Years at Kwajalein Test Site (Chalking)

Primer Topcoat

Rank. System Score P
' d Number

Specification Type Specification Type

1 10 9.33 TT-P-001984 Latex UCAR 19-92-A Latex

2 12 9.17 TT-P-001984 Latex UCAR 19-92-C

3 13 9.00 TT-P-001984 Latex UCAR 19-93-A Latex

3 17 9.00 Sinclair AP8-11 Latex Sinclair 4400 Latex

5 14 8.50 Sinclair AP8-11 Latex Sinclair 4800 Latex

5 20 8.50 TT-P-001984 Latex Standard Brands F6674-4 Latex

7 18 7.50 Sinclair AP8-11 Latex Sinclair 1300 Latey

7 19 7.50 TT-P-001984 Latex Standard Brands F6674-3 Latex

9 11 7.00 TT-P-001984 Latex UCAR 19-92-B Latex

9 21 7.00 TT-P-001984 Latex Standard Brands F6674-5 Latex

9 9 7.00 TT-P-001984 Latex Ameritone W9900 Latex

9 5 7.00 TT-P-001984 Latex TT-E-529 Alkye

9 4 7.00 SUNCO Latex SUNCO Latex

14 1 6.00 MIL-P-2858? Alkyd TT-E-529 Alkyd

15 22 5.50 Amoco WS-549 Alkyd Amoco WS-549 Alk-d a'

16 15 5.00 TT-P-001984 latcx Standard Brands F6674-1 I.atex

17 16 4.00 TT-P-001984 Latex Standard Brands F6b74-2 Late,.

17 6 4.00 TT-P-28582 Alkyd TT-P-lq Latex

19 3 3.00 MI1,-P-28582 Alkyd TT-P-%10 a Latex

19 2 3.00 MIL-P-28582 Alkyd TT-P-) latex,

21 8 2.00 TT-P-001984 latex TT-P-9 latex

21 7 2.00 TT-P-001984 Latex TT-P-- IO Latex

aWater-reducible alkyd.
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Table E.-7. Performance Ranking and Scores for Coating Systems After
4 Years at the Kwajalein Test Site (Alligatoring, Checking)

Rank System Score Pie oca

Number Specification Type Specification Type

1 4 10.00 SUNCO Latex SUNCO Latex

1 JO 10.00 TT-P-001984 Latex UCAR 19-92-A Latex

1 12 10.00 TT-P-001984 Latex UCAR 19-92-C Latex

1 14 10.00 Sinclair AP8-11 Latex Sinclair 4800 Latex

1 17 10.00 Sinclair AP8-11 Latex Sinclair 4400 Latex

1 18 10.00 Sinclair AP8-11 Latex Sinclair 1300 Latex

1 21 10.00 TT-P-001984 Latex Standard Brands F6674-5 Latex

8 13 9.83 TT-P-001984 Latex UCAR 19-93-A Latex

8 19 9.83 TT-P-001984 Latex Standard Brands F6674-3 Latex

10 15 9.50 TT-P-001984 Latex Standard Brands F6674-1 Latex

*10 20 9.50 TT-P-001984 Latex Standard Brands F6674-4 Latex

*12 16 9.33 TT-P-001984 Latex Standard Brands F6674-2 Latex

13 11 8.00 TT-P-001984 Latex UCAR 19-92-B Latex

14 2 7 00 MIL-P-28582 Alkyd TT-P-19 Latex

15 6 6.00 TT-P-001984 Latex TT-P-19 Latex

15 9 6.00 TT-P-001984 Latex Ameritone W9900 Latex

*17 3 5.50 MIL-P-28582 Alkyd TT-P-1510 Latex

18 1 5.00 MT-P-28582 Alkyd T--529 Alkyd

Is 7 5.00 TT-P-001984 Latex TT-P-1510 Latex

18 8 5.00 TT-P-001984 Latex TT-P-96 Latex

21 22 4.50 Amoc WS-549 Alkyda Amoco WS-549 Alkyd a

22 5 4.00 TT-P-001984 Latex TT-E-529 Alkyd

aWater-reducible alkyd.
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Table E-8. Performance Ranking and Scores for Coating Systems After
3 Years at the Kwajalein Test Site (Alligatoring, Checking)

Primer Topcoat
Rank System ScoreNumber Specification Type Specification Type

1 17 10.00 Sinclair AP8-11 Latex Sinclair 4400 Latex

.18 10.00 Sinclair AP8-11 Latex Sinclair 1300 Latex

1 14 10.00 Sinclair AP8-11 Latex Sinclair 4800 Latex

1 10 10.00 TT-P-001984 Latex UCAR 19-92-A Latex

1 12 10.00 TT-P-001984 Latex UCAR 19-92-C Latex

1 21 10.00 TT-P-001984 Latex Standard Brands F6674-5 Latex

1 4 10.00 SUNCO Latex SUNCO Latex

8 13 9.83 TT-P-001984 Latex UCAR 19-93-A Latex

8 19 9.83 TT-P-001984 Latex Standard Brands F6674-3 Latex

10 20 9.50 TT-P-001984 Latex Standard Brands F6674-4 Latex

12 16 9.00 TT-P-001984 Latex Standard Brands F6674-2 Latex

7 2 7.00 MIL-P-28582 Alkyd TT-P-19 Latex

14 9 6.00 TT-P-001984 Latex Ameritone W9900 Latex

14 6 6.00 TT-P-001984 Latex TT-P-19 latex

14 7 6.00 TT-P-001984 Latex TT-P-1510 Latex

14 3 6.00 MIL-P-28582 Alkyd TT-P-1510 Latex

18 11 5.00 TT-P-001984 Latex UCAR 19-92-B Latex

18 5 5.00 TT-P-001984 Latex TT-E-529 Alkyd

18 8 5.00 TT-P-001984 Latex TT-P-96 Latex

18 1 5.00 MIL-P-28582 Alkyd TT-E-5?9 Alkyd

a
18 22 5.00 Amoco WS-549 Alkyd Amoco WS-549 Alkyda

a
aWater-reducible alkyd.
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Table E-9. Performance Ranking and Scores for Coating Systems After
4 Years at the Kwajalein Test Site (Cracking)

Primer Topcoat

Rank System Score

Number Specification Type Specification Type

1 4 10.00 SUNCO Latex SUNCO Latex

1 17 10.00 Sinclair AP8-11 Latex Sinclair 4400 Latex

3 18 9.67 Sinclair AP8-11 Latex Sinclair 1300 Latex

4 14 9.50 Sinclair AP8-11 Latex Sinclair 4800 Latex

5 13 9.00 TT-P-001984 Latex UCAR 19-93-A Latex

5 19 9.00 TT-P-001984 Latex Standard Brands F6674-3 Latex

7 !2 8.00 TT-P-001984 Latex UCAR 19-92-C Latex

8 10 7.50 TT-P-001984 Latex UCAR 19-92-A Latex

9 21 7.00 TT-P-001984 Latex Standard Brands F6674-5 Latex i
10 11 6.50 TT-P-001984 Latex UCAR 19-92-B Latex

i0 15 6.50 TT-P-001984 Latex Standard Brands F6674-1 Latex

10 16 6.50 TT-P-001984 Latex Standard Brands F6674-2 Latex

13 20 5.50 TT-P-001984 Latex Standard Brands F6674-4 Latex

14 2 5.00 MIL-P-28582 Alkyd TT-P-19 Latex

14 9 5.00 TT-P-001984 Latex Ameritone W9900 Latex

16 3 1.50 MIL-P-28582 Alkyd TT-P-1510 Latex

17 5 4.00 TT-P-001984 Latex TT-E-529 Alkyd

17 6 4.00 TT-P-001984 Latex TT-P-lq Latex

7 7 4.00 TT-P-001984 Latex TT-P-1510 Latex

17 8 4.00 TT-P-001984 Latex TT-P-96 Latex

- %
!7 22 4.00 Amoco WS-549 Alkyd Amoco WS-549 Alkyda

22 1 3.50 MIL-P-P5582 Alkyd TT-F-529 Alkvd

aW-1tr-reducible rilkyd.
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Table E-10. Performance Ranking and Scores for Coating Systems After
3 Years at the Kwajalein Test Site (Cracking)

Primer Topcoat
Rank Sstem Score

Number Specification Type Specification Type

1 17 10.00 Sinclair AP8-11 Latex Sinclair 4400 Latex

1 18 10.00 Sinclair AP8-11 Latex Sinclair 1300 Latex

1 12 10.00 TT-P-001984 Latex UCAR 19-92-C Latex

1 4 10.00 SUNCO Latex SUNCO Latex

5 14 9.50 Sinclair AP8-11 Latex Sinclair 4800 Latex

6 13 9.00 TT-P-001984 Latex UCAR 19-93-A 1Latex

6 10 9.00 TT-P-001984 Latex UCAR 19-92-A Latex

6 19 9.00 TT-P-001984 Latex Standard Brands F6674-3 Latex

9 21 8.00 TT-P-001984 Latex Standard Brands F6674-5 Latex

10 it 7.00 TT-P-001984 Latex UCAR 19-92-B ILatex

11 20 6.50 TT-P-001984 Latex Standard Brands F6674-4 !Latex

11 16 6.50 TT-P-001984 Latex Standard Brands F6674-2 Latex

11 15 6.50 TT-P-001984 Latex Standard Brands F6674-1 Latex

14 9 5.00 TT-P-001984 Latex Ameritone W9900 Latex

14 6 5.00 TT-P-001984 Latex TT-P-19 Latex

14 3 5.00 TT-P-001984 Alkyd TT-P-1510 Latex

14 2 5.00 MIL-P-28582 AIkyd TT-P-19 Latex '

is 8 4,00 TT-P-001984 Latex TT-P-96 Latex.

18 7 4.00 TT-P-001984 Latex TT-P-150 Latex

18 5 4.00 TT-P-001984 Latex TT-E-529 Alkyd

18 22 4.00 Amoco WS-549 Alkyd Amoco WS-549 Alkyd

22 1 3.50 MIT,-P-28582 Alkyd TT-E-529 Alkwc

"Water-reduc ible alkyd.
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Table E-11. Performance Ranking and Scores for Coating Systems After 4 Years
at the Kwajalein Test Site (Scaling, Flaking, Peeling)

Primer Topcoat
Rank System Score

Number Specification Type Specification Type

1 4 10.00 SUNCO Latex SUNCO Latex

1 10 10.00 TT-P-001984 Latex UCAR 19-92-A Latex

1 13 10.00 TT-P-001984 Latex UCAR 19-93-A Latex

1 14 10.00 Sinclair AP8-1 Latex Sinclair 4800 Latex

1 17 10.00 Sinclair AP8-11 Latex Sinclair 4400 Latex

1 18 10.00 Sinclair AP8-11 Latex Sinclair 1300 Latex

1 20 10.00 TT-P-001984 Latex Standard Brands F6674-4 Latex

1 21 10.00 TT-P-001984 Latex Standard Brands F6674-5 Latex

9 16 9.83 TT-P-001984 Latex Standard Brands F6674-2 Latex

9 19 9.83 TT-P-001984 Latex Standard Brands F6674-3 Latex

11 12 9.50 TT-P-001984 Latex UCAR 19-92-C Latex

I 15 9.50 TT-P-001984 Latex Standard Brands F6674-1 Latex

13 8 9.33 TT-P-001984 Latex TT-P-96 Latex

14 2 9.00 MIL-P-28582 Alkyd TT-P-19 Latex

14 7 9.00 TT-P-001984 Latex TT-P-1510 Latex

14 9 9.00 TT-P-001984 Latex Ameritone W9900 Latex

17 5 7.00 TT-P-001984 Latex TT-E-529 Alkyd

17 11 7.00 TT-P-001984 Latex UCAR 19-92-B Latex

19 6 6.67 TT-P-001984 Latex TT-P-19 Latex

20 3 6.50 MIL-P-28582 Alkyd TT-P-1510 Latex

21 22 4.00 Amoco WS-549 Alkyda Amoco WS-549 Alkyda

22 1 3.00 MIL-P-28582 Alkyd TT-E-529 Alkyd

aWater-reducible alkyd.
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Table E-12. Performance Ranking and Scores for Coating Systems After 3 Years
at the Kwajalein Test Site (Scaling, Flaking, Peeling)

Rank System Score Pie oca

Number Specification Type Specification Type

1 18 10.00 Sinclair AP8-11 Latex Sinclair 1300 Latex

1 17 10.00 Sinclair AP8-11 Latex Sinclair 4400 Latex

-1 14 10.00 Sinclair AP8-11 Latex Sinclair 4800 Latex

1 13 10.00 TT-P-001984 Latex UCAR 19-93-A Latex

1 12 10.0 TT--00984 atexUCA 19-2-C ate

1 12 10.00 TT-P-001984 Latex UCAR 19-92-C Latex

*1 11 10.00 TT-P-001984 Latex WCAR 19-92-B Latex

*1 4 10.00 SUNCO Latex SUNCO Latex

*1 21 8.00 TT-P-001984 Latex Standard Brands F6674-5 Latex

1 20 10.00 TT-P-001984 Latex Standard Brands F6674-4 Latex

11 19 9.83 TT-P--001984 Latex Standard Brands F6674-3 Latex

11 16 9.83 TT-P-001984 Latex Standard Brands F6674-2 Latex

13 15 9,50 TT-P-001984 Latex Standard Brands F6674-1 Latex

*13 7 9.50 TT-P-001984 Latex TT-P-1510 Latex 4

*15 8 9.33 TT-P-001984 Latex TT-P-96 Latex

*16 9 9.00 TT-P-001984 Latex Ameritone W9900 Latex

-16 2 9.00 ITL-P-28582 Alkyd TT-P-19 Latex

18 6 8.00 TT-P-001984 Latex TT-P-19 Latex

*18 5 8.00 TT-P-001984 Latex TT-E-529 Alkyd

*20 3 7.00 MIL-P-28582 Alkyd TT-P-1510 Latex

aa
21 22 6.00 Amoco WS-549 Alkyd Amoco WIS-549 Alkyda

22 1 3.00 MTL-P-28582 Alkyd TT-E-529 Alkyd

aWater..reducible alkyd.
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Table E-13. Performance Ranking and Scores for Coating Systems After
4 Years at the Kwajalein Test Site (Erosion)

Rank System Primer Topcoat
NumberScore

Specification Type Specification Type

1 18 9.66 Sinclair AP8-11 Latex Sinclair 1300 Latex

2 4 9.50 SUNCO Latex SUNCO Latex

2 16 9.50 TT-P-001984 Latex Standard Brands F6674-2 Latex

4 17 9.33 Sinclair AP8-11 Latex Sinclair 4400 Latex

5 10 9.17 TT-P-001984 Latex UCAR 19-92-A Latex

5 13 9.17 TT-P-001984 Latex UCAR 19-93-A Latex

7 12 9.00 TT-P-OCV984 Latex UCAR 19-92-C Latex

7 15 9.00 TT-P-001984 Latex Standard Brands F6674-1 Latex

9 14 8.67 Sinclair AP8-11 Latex Sinclair 4800 Latex

9 19 8.67 TT-P-001984 Latex Standard Brands F6674-3 Latex

9 21 8.67 TT-P-001984 Latex Standard Brands F6674-5 Latex

12 7 8.33 TT-P-001984 Latex TT-P-1510 Latex

13 9 8.17 TT-P-001984 Latex Ameritone W9900 Latex

14 2 8.00 MIL-P-28582 Alkyd TT-P-19 Latex

14 6 8.00 TT-P-001984 Latex TT-P-19 Latex

14 11 8.00 TT-P-001984 Latex UCAR 19-97-B Latex

17 20 7.50 TT-P-001984 Latex Standard Brands F6674-4 Latex

18 3 7.00 MIL-P-28582 Alkyd TT-P-1510 Latex

18 8 7.00 TT-P-001984 Latex TT-P-96 Latex

20 5 6.50 TT-P-001984 Latex TT-E-529 Alkyd

21 1 6.00 MIL-P-28582 Alkyd TT-E-529 Alkyd

22 22 5.00 Amoco WS-549 Alkyd Amoco WS-549 Alkyda

a2
Water-reducfbl.e alkyd.
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Table E-14. Performance Ranking and Scores for Coating Systems After
3 Years at the Kwajalein Test Site (Erosion)

Primer Topcoat 'S

Rank System Score ,
Number Specification Type Specification Type

1 18 9.66 Sinclair AP8-11 Latex Sinclair 1300 Latex

1 4 9.66 SUNCO Latex SUNCO Latex

3 17 9.50 Sinclair AP8-11 Latex Sinclair 4400 Latex

3 16 9.50 TT-P-001984 Latex Standard Brands F6674-2 Latex

5 12 9.33 TT-P-001984 Latex UCAR 19-92-C Latex

5 10 9.33 TT-P-001984 Latex UCAR 19-92-A Latex

7 15 9.17 TT-P-001984 Latex Standard Brands F6674-1 Latex

7 13 9.17 TT-P-001984 latex UCAR 19-93-A Latex

9 7 9.00 TT-P-001984 Latex TT-P-1510 Latex

10 21 8.83 TT-P-001984 Latex Standard Brands F6674-5 Latex

10 19 8.83 TT-P-001984 Latex Standard Brands F6674-3 Latex

10 14 8.83 Sinclair AP8-11 Latex Sinclair 4800 Latex

13 9 8.67 TT-P-001984 Latex Ameritone W9900 Latex

14 20 8.50 TT-P-001984 Latex Standard Brands F6674-4 Latex

14 11 8.50 TT-P-001984 Latex UCAR 19-92-B Latex

* 14 8 8.50 TT-P-001984 Latex TT-P-96 Latex

17 6 8.00 TT-P-001984 Latex TT-P-19 Latex

" 17 5 8.00 TT-P-001984 Latex TT-E-529 Alkyd

17 2 8.00 MIL-P-28582 Alkyd TT-P-19 Latex

20 3 7.50 MIL-P-28582 Alkyd TT-P-1510 Latex

21 1 6.00 MIL-P-28582 Alkyd TT-E-529 Alkyd

21 22 6.00 Amoco WS-549 Alkyda  Amoco WS-549 Alkyd

* a
Water-reducible alkyd.
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Table E-15. Performance Ranking and Scores for Coating Systems After

4 Years at the Kwajalein Test Site (Blistering)

Primer Topcoat
Rank System Score

Number Specification Type Specification Type

1 1 10.00 MIL-P-?8582 Alkyd TT-E-529 Alkyd

1 2 10.00 MIL-P-28582 Alkyd TT-P-19 Latex

1 3 10.00 MIL-P-28582 Alkyd TT-P-1510 Latex

1 4 10.00 SUNCO Latex SUNCO Latex

1 5 10.00 TT-P-001984 Latex TT-E-529 Alkyd

1 6 10.00 TT-P-001984 Latex TT-P-19 Latex

1 7 10.00 TT-P-001984 Latex TT-P-1510 Latex

1 8 10.00 TT-P-001984 Latex TT-P-96 Latex

1 9 10.00 TT-P-001984 Latex Ameritone W9900 Latex

I 10 10.00 TT-P-001984 Latex UCAR 19-92-A Latex

1 11 10.00 TT-P-001984 Latex UCAR 19-92-B Latex

1 12 10.00 TT-P-001984 Latex UCAR 19-92-C Latex

1 13 10.00 TT-P-001984 Latex UCAR 19-93-A Latex

1 14 10.00 Sinclair AP8-11 Latex Sinclair 4800 Latex

1 15 10.00 TT-P-001984 Latex Standard Brands F6674-1 Latex

1 16 10.00 TT-P-001984 Latex Standard Brands F6674-2 Latex

1 17 10.00 Sinclair AP8-11 Latex Sinclair 4400 Latex

1 18 10.00 Sinclair AP8-11 Latex Sinclair 1300 Latex

1 19 10.00 TT-P-001984 Latex Standard Brands F6674-3 Latex

1 20 10.00 TT-P-001984 Latex Standard Brands F6674-4 Latex

1 21 10.00 TT-P-001984 Latex Standard Brands F6674-5 Latex

1 22 10.00 Amoco WS-549 Alkyda Amoco WS-549 Alkyda

awater-reducible alkyd.
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Table E-16. Performance Ranking and Scores for Coating Systems After
3 Years at the Kwajalein Test Site (Blistering)

Primer Topcoat

Rank System Score

Number Specification Type Specification Type

1 1 10.00 MIL-P-28582 Alkyd TT-E-529 Alkyd

1 2 10.00 MIL-P-28582 Alkyd TT-P-19 Latex

1 3 10.00 MIL-P-28582 Alkyd TT-P-1510 Latex

1 4 10.00 SUNCO Latex SUNCO Latex

1 5 10.00 TT-P-001984 Latex TT-E-529 Alkyd

1 6 10.00 TT-P-001984 Latex TT-P-19 Latex

1 7 10.00 TT-P-001984 Latex TT-P-1510 Latex

1 8 10.00 TT-P-001984 Latex TT-P-96 Latex

1 9 10.00 TT-P-001984 Latex Ameritone W9900 Latex

1 10 10.00 TT-P-001984 Latex UCAR 19-92-A Latex

1 11 10.00 TT-P-001984 Latex UCAR 19-92-B Latex

1 12 10.00 TT-P-001984 Latex UCAR 19-92-C Latex

1 13 10.00 TT-P-001984 Latex UCAR 19-93-A Latex

1 14 10.00 SINCLAIR AP8-11 Latex SINCLAIR 4800 Latex

1 15 I0.00 TT-P-O01984 Latex Standard Brands F6674-1 Latex

1 16 10.00 TT-P-001984 Latex Standard Brands F6674-2 Latex

1 17 10.00 SINCLAIR AP811 Latex SINCLAIR 4400 Latex

1 18 10.00 SINCLAIR AP8-11 Latex SINCLAIR 1300 Latex

1 19 10.00 TT-P-01984 Latex Standard Brands F6674-3 Latex

1 20 10.00 TT-P-001984 Latex Standard Brands F6674-4 Latex

1 21 10.00 TT-P-001984 Latex Standard Brands F6674-5 Latex

1 22 10.00 Amoco WS-549 Alkyd a  Amoco WS-549 Alkyd

* aaWater-reducible alkyd.
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Table E-17. Performance Ranking and Scores for Coating Systems After
4 Years at the Kwajalein Test Site (Mildew)

Rank System Score
Number Specification Type Specification Type

I 1 10.00 MTL-P-28582 Alkyd TT-E-529 Alkyd

1 2 10.00 MIL-P-28582 Alkyd TT-P-19 Latex

1 3 10.00 MIL-P-28582 Alkyd TT-P-1510 Latex

1 4 10.00 SUNCO Latex SUNCO Latex

1 5 10.00 TT-P-001984 Latex TT-E-529 Alkyd

1 6 10.00 TT-P-001981 latex TT-P-19 Latex

1 7 10.00 TT-P-001984 Latex TT-P-1510 Latex

1 8 10.00 TT-P-001984 Latex TT-P-96 Latex

1 9 10.00 TT-P-001984 Latex Ameritone W9900 Latex

1 10 10.00 TT-P-001984 Latex UCAR 19-92-A Latex

1 11 10.00 TT-P-001984 Latex UCAR 19-92-B Latex

1 12 10.00 TT-P-001984 Latex UCAR 19-92-C Latex

1 13 10.00 TT-P-001984 Latex UCAR 19-93-A Latex

1 14 10.00 Sinclair AP8-11 Latex Sinclair 4800 Latex

1 15 10.00 TT-P-001984 Latex Standard Brands F6674-1 Latex

1 16 10.00 TT-P-001984 Latex Standard Brands F6674-2 Latex

1 17 10.00 Sinclair AP8-1l Latex Sinclair 4400 Latex

1 18 10.00 Sinclair AP8-11 Latex Sinclair 1300 Latex

1 19 10.00 TT-P-001984 Latex Standard Brands F6674-3 Latex

1 20 10.00 TT-P-001984 Latex Standard Brands F6674-4 Latex

1 21 10.00 TT-P-001984 Latex Standard Brands F6674-5 Latex

1 22 10.00 Amoco WS-549 Alkyda Amoco WS-549 Alkyda

aWater-reducible alkyd.
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Table E-18. Performance Ranking and Scores for Coating Systems After

3 Years at the Kwajalein Test Site (Mildew)

" Rank System Score Primer Topcoat

Number Specification Type Specification Type

I 1 10.00 MIL-P-28582 Alkyd TT-E-529 Alkyd

1 2 10.00 MIL-P-28582 Alkyd TT-P-19 Latex

1 3 10.00 MIL-P-28582 Alkyd TT-P-1510 Latex

1 4 10.00 SUNCO Latex SUNCO Latex

1 5 10.00 TT-P-001984 Latex TT-E-529 Alkyd

1 6 10.00 TT-P-001984 Latex TT-P-19 Latex

1 7 10.00 TT-P-001984 Latex TT-P-1510 Latex

1 8 10.00 TT-P-001984 Latex TT-P-96 Latex

1 9 10.00 TT-P-001984 Latex Ameritone W9900 Latex

1 10 10.00 TT-P-001984 Latex UCAR 19-92-A Latex

1 11 10.00 TT-P-001984 Latex UCAR 19-92-B Latex

1 12 10.00 TT-P-001984 Latex UCAR 19-92-C Latex

1 13 10.00 TT-P-001984 Latex UCAR 19-93-A Latex

1 14 10,00 Sinclair AP8-11 Latex Sinclair 4800 Latex

1 15 10.00 TT-P-001984 Latex Standard Brands F6674-1 Latex

1 16 10.00 TT-P-001984 Latex Standard Brands F6674-2 Latex

1 17 10.00 Sinclair AP8-11 Latex Sinclair 4400 Latex

I1 18 10.00 Sinclair AP8-11 Latex Sinclair 1300 Latex

1 19 10.00 TT-P-001984 Latex Standard Brands F6674-3 Latex

1 20 10.00 TT-P-001984 Latex Standard Brands F6674-4 Latex

1 21 10.00 TT-P-001984 Latex Standard Brands F6674-5 Latex

1 22 10.00 Amoco WS-549 Alkyda  Amoco WS-549 Alkyda

aWater-reducible alkyd.
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*' Table F-I. Overall Performance Ranking and Scores for
Coating Systems After I year of Exposure

Primer Topcoat
Rank System ScoreNumberScr Specification Type Specification Type

1 10 9.90 TT-P-001984 Latex UCAR 19-92-A Latex

2 12 9.85 TT-P-001984 Latex UCAR 19-92-C Latex

3 17 9.83 Sinclair AP8-11 Latex Sinclair 4400 Latex

4 20 9.80 TT-P-001984 Latex Standard Brands F6674-4 Latex

5 4 9.78 SUNCO Latex SUNCO Latex

6 19 9.77 TT-P-001984 Latex Standard Brands F6674-3 Latex

6 21 9.77 TT-P-001984 Latex Standard Brands F6674-5 Latex

8 14 9.76 Sinclair AP8-11 Latex Sinclair 4800 Latex

9 11 9.73 TT-P-001984 Latex UCAR 19-92-B Latex! '
10 10 9.72 TT-P-001984 Latex UCAR 19-92-A Latex

11 18 9.71 Sinclair AP8-11 Latex Sinclair 1300 Latex

12 13 9.64 TT-P-001984 Latex UCAR 19-93-A Latex

13 5 9.59 TT-P-001984 Latex TT-E-529 Alkyd

14 15 9.45 TT-P-001984 Latex Standard Brands F6674-1 Latex

15 9 9.39 TT-P-001984 Latex Ameritone W9900 Latex

16 1 9.36 MIL-P-28582 Alkyd TT-E-529 Alkyd

16 6 9.36 TT-P-001984 Latex TT-P-19 Latex

18 3 9.14 MIL-P-28582 Alkyd TT-P-1510 Latex

19 2 9.09 i MIL-P-28582 Alkyd TT-P-19 Latex

20 I 7 9.04 TT-P-001984 Latex TT-P-1510 Latex

20 22 9.04 Amoco WS-549 Alkyda  Amoco WS-549 Alkyda

22 8 8.09 TT-P-001984 Latex TT-P-96 Latex

Water-reducible alkyd.
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Table F-2. Performance Ranking and Scores for Coating

Systems After 2 Years of Exposure

Primer Topcoat
Rank System ScoreNumber

Specification Type Specification Type

1 14 9.84 Sinclair AP8-11 Latex Sinclair 4800 Latex

2 17 9.77 Sinclair AP8-11 Latex Sinclair 4400 Latex

3 18 9.76 Sinclair AP8-11 Latex Sinclair 4300 Latex

4 4 9.70 SUNCO Latex SUNCO Latex

5 19 9.70 TT-P-001984 Latex Standard Brands F6674-3 Latex

6 10 9.70 TT-P-001984 Latex UCAR 19-92-A Latex

7 13 9.56 TT-P-001984 Latex UCAR 19-93-A Latex

8 21 9.54 TT-P-001984 Latex Standard Brands F6674-5 Latex

9 12 9.48 TT-P-001984 Latex UCAR 19-92-C Latex

10 16 9.45 TT-P-001984 Latex Standard Brands F6674-2 Latex

11 20 9.43 TT-P-001984 Latex Standard Brands F6674-4 Latex

12 11 9.39 TT-P-001984 Latex UCAR 19-92-B Latex

13 15 8.98 TT-P-001984 Latex Standard Brands F6674-1 Latex

14 9 8.96 TT-P-001984 Latex Ameritone 89900 Latex

15 5 8.92 TT-P-001984 Latex TT-E-529 Alkyd

" 16 2 8.47 MIL-P-28582 Alkyd TT-P-19 Latex

17 22 8.45 Amoco WS-549 Alkyd a  Amoco WS-549 Alkyda

18 7 8.37 TT-P-001984 Latex TT-P-1510 Latex

19 6 8.28 TT-P-001984 Latex TT-P-19 Latex

20 1 8.22 MIL-P-28582 Alkyd TT-E-529 Alkyd

21 3 8.14 MIL-P-28582 Alkyd TT--P-1510 Latex

22 8 7.53 TT-P-001984 Latex TT-P-96 Latex

a
Water-reducible alkyd.
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Table F-3. Overall Performance Ranking and Scores for
Coating Systems After 3 Years of Exposure

Primer Topcoat
Rank System Score

Number Specification Type Specification Type

1 17 9.68 Sinclair AP8-11 Latex Sinclair 4400 Latex

1 12 9.68 TT-P-001984 Latex UCAR 19-92-C Latex

3 18 9.57 Sinclair AP8-11 Latex Sinclair 1300 Latex
13 9.52 TT-P-001984 Latex UCAR 19-93-A Latex

4 10 9.52 TT-P-001984 Latex UCAR 19-92-A Latex

6 4 9.48 SUNCO Latex SUNCO Latex

7 14 9.46 Sinclair AP8-11 Latex Sinclair 4800 Latex

8 19 9.29 TT-P-001984 Latex Standard Brands F6674-3 Latex

9 21 9.18 TT-P-001984 Latex Standard Brands F6674-5 Latex

10 20 8.94 TT-P-001984 Latex Standard Brands F6674-4 Latex

11 15 8.63 TT-P-001984 Latex Standard Brands F6674-1 Latex

12 16 8.54 TT-P-001984 Latex Standard Brands F6674-2 Latex

13 11 8.42 TT-P-001984 Latex UCAR 19-92-B Latex

14 9 8.17 TT-P-001984 Latex Ameritone W990C Latex

15 5 7.74 TT-P-001984 Latex TT-E-529 Alkyd

16 2 7.61 MIL-P-28582 Alkyd TT-P-19 Latex

17 7 7.55 TT-P-001984 Latex T-P-1510 Latex

18 6 7.52 TT-P-001984 Latex TT-P-19 Latex

19 3 7.18 MIL-P-28582 Alkyd TT-P-1510 Latex

19 8 7.18 TT-P-001984 Latex TT-P-96 Latex

21 22 7.00 Amoco WS-549 Alkyd Amoco WS-549 Alkyd

22 1 6.46 MIL-P-:8582 Alkyd TT-E-529 Alkyd

a
Water reducible alkyd.
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Table F-4. Overall Performance Ranking and Scores for

Coating Systems After 4 Years of Exposure
I

Primer Topcoat
Rank System Score

Number Specification Type Specification Type

1 18 9.60 Sinclair AP8-11 Latex Sinclair 1300 Latex

2 4 9.54 SUNCO Latex SUNCO Latex

2 17 9.54 Sinclair AP8-11 Latex Sinclair 4400 Latex

4 14 9.46 Sinclair AP8-11 latex Sinclair 4800 Latex

5 13 9.44 TT-P-001984 Latex UCAR 19-93-A Latex

6 19 9.31 TT-P-001984 Latex Standard Brands F6674-3 latex

7 I10 9.24 TT-P-001984 Latex UCAR 19-92-A Latex

8 12 9.20 TT-P-001984 Latx UCAR 19-92-C Late:,

9 16 9.17 TT-P-001984 Latex Standard Brands F6674-2 Latex

10 21 9.04 TT-P-001984 Latex Standard Brands F6674-5 Latex

11 15 8.72 TT-P-001984 Latex Standard Brands F6674-1 Latex

12 20 8.63 TT-P-001984 Latex Stardard Brands F6674-4 Latex

13 11 8.18 TT-P-001984 Latex UCAR 19-92-B Latex

14 9 7.98 TT-P-001984 Latex Ameritone W9900 Latex

15 2 7.37 MIL-P-28582 Alkyd TT-P-19 Latex

16 3 7.28 MIL-P-28582 Alkyd TT-P-]510 Latex

16 7 7.28 TT-P-001984 Latex TT-P-1510 Latex

18 5 7.20 TT-P-001984 Latex TT-F-529 Alkyd

19 6 7.07 TT-P-001984 Latex TT-P-19 Latex

20 8 7.02 TT-P-001984 Latex TT-P-96 Latex

21 1 6.52 MIL-P-28582 Alkyd TT-E-529 Alkyd

22 22 6.31 Amoco WS-549 Alkyda Amoco WS-549 A!'-yda

awater-reducible alkyd.
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Appendix G

COMPOSITION AND PERFORMANCE DATA OF TOP PERFORMING
LATEX COATINGS
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Table G-1. Composition and Performance Data
of System 18 Primer

Test a  Results

Condition in container Conforms
Weight per gallon, lb 10
Pigment content, % by weight 26
Total solids, % by weight 52.2

Drying time set-to-touch, hr 1/4
Dry hard, hr 3/4
Dry opacity contrgst ratio-White paint 0.98
Storage stability
Daylight directional reflectance, % 91.4
Consistency, KU 82
Fineness of gring, NS 6
Scrub resistance
Analysis of titanium dioxide, % by pigment 51
Analysis of zinc oxide, % by pigment 8.2
Lead content (% nonvolatile basis) <0.01
Vehicle Conforms
Freeze-thaw stability
Heat stability Conforms
Application properties and appearance Conforms
Accelerated-weathering resistance Conforms

Yellowness index 0.04
Color differgnce of opaque materials 2.6

Fungus resistance
Volatile organic content (VOC) <250

Flexibility Conforms
Adhesion (Tape method) Conforms
Stain resistance Conforms

Sealing properties Conforms

aTest methods listed in TT-P-001984 and TT-P-19 were used as

appropriate.
bNot tested.
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Table G-2. Composition and Performance Data
of System 18 Topcoat

Testa Results

Condition in container Conforms
Weight per gallon, lb 11.7
Pigment content, Z by weight 46.0
Total solids,.% by weight 64.2
Drying time set-to-touch, hr 1/4
Dry hard, hr 3/4
Dry opacity contrast ratio-White paint 0.98
Storage stability
Daylight directional reflectance, % 91.5
Consistency, KU 93
Fineness of griq, NS 5
Scrub resistance
Analysis of titanium dioxide, % by pigment 51
Analysis of zinc oxide, % by pigment <1
Lead content (% nonvolatile basis) <0.01
Vehicle b Conforms
Freeze-thaw stability,
Heat stability (131 K.U.)
Application properties and appearance Conforms
Accelerated-weathering resistance Conforms

Yellowness index 0.06
Color differgnce of opaque materials 2.83

Fungus resistance
Volatile organic content (VOC) <250

Flexibility Conforms
Adhesion (Tape method) Conforms
Stain resistance Conforms
Sealing properties Conforms

aTest methods listed in TT-P-001984 and TT-P-19 were used as

appropriate.
bNot tested.

G-3
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Table G-3. Composition and Performance Data
of System 17 Topcoat

(Primer same as System 18)

Test a  Results

Condition in container Conforms
Weight per gallon, lb 11
Pigment content, Z by weight 26
Total solids, % by weight 52.5
Drying time set-to-touch, hr 1/4
Dry hard, hr 3/4
Dry opacity contrgst ratio-White paint 0.98
Storage szability
Daylight directional reflectance, % 90.5
Consistency, KU 

79

Fineness of griq, NS 7
Scrub resistance
Analysis of titanium dioxide, % by pigment 80
Analysis of zinc oxide, 7 by pigment <1
Lead content (T nonvolatile basis) <0.01
Vehicle Conforms
Freeze-thaw stabilityb
Heat stability Conforms
Application properties and appearance Conforms
Accelerated-weathering resistance Conforms

Yellowness index 0.06
Color differ nce of opaque materials 2.54

Fungus resistance
Volatile organic content (VOC) <250

Flexibility Conforms
Adhesion (Tape method) Conforms
Stain resistance Conforms
Sealing properties Conforms

aTest methods listed in TT-P-001984 and TT-P-19 were used as

appropriate.
bNot tested.
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Appendix H

BONDING STRENGTHS OF COATINGS ON PLYWOOD BEFORE AN'D

AFTER 4 YEARS OF FIELD EXPOSURE

Bonding Strength (kg/cm2) Average Bonding Strength(kg/cm2)

System Initial After 2 Years After 4 Years
Number Rough- SmohRough- Smcxot Rough- SthInitial After After

Sawn Wmoodh Sawn Woo Sawn Wmoodh 2 Years 4 Years
Wo odWood Wood Wood Wo

1 15.2 11.5 17.7 10.9 13.2 10.6 13.4 14.3 11.9

2 15.2 8.7 16.0 26.9 10.1 8.7 12.0 21.5 9.4

3 16.4 8.8 13.2 10.3 16.9 11.7 12.6 11.8 14.3

4 14.2 13.0 20.6 18.6 20.4 32.4 13.6 19.6 26.4

5 22.2 21.7 15.4 21.1 17.6 13.5 21.2 18.3 15.6

*6 13.9 11.8 14.1 25.2 14.7 17.0 12.9 19.7 15.8

7 20.2 9.2 21.1 16.5 19.7 18.3 14.7 18.8 19.0

8 16.9 9.3 20.8 12.1 18.1 15.4 13.1 16.5 16.7

9 19.7 12.5 16.8 15.2 20.9 16.4 16.1 16.0 18.6

10 17.8 13.5 18.1 15.5 26.4 19.8 15.7 16.8 23...

11 21.8 18.1 23.5 42.2 17.0 24.9 20.0 32.9 21.0

12 21.9 20.4 16.5 19.7 19.7 14.7 21.2 18.1 17.2

13 16.9 10.5 40.2 15.1 26.4 13.5 13.7 27.7 20.0

14 14.7 9.8 18.9 22.1 22.5 16.0 12.3 20.5 19.2

15 20.1 11.1 19.4 26.7 21.3 20.0 15.6 23.1 20.6

16 28.9 13.3 21.9 25.9 26.9 18.9 21.1 23.9 22.9

17 21.7 24.6 26.7 20.6 21.9 16.9 23.2 23.7 19.4

18 21.0 12.4 22.5 18.8 20.1 12.5 16.7 20.7 16.3

19 15.0 11.8 16.7 20.5 20.1 22.4 13.4 18.6 21.3

20 20.3 12.3 28.7 17.3 16.3 15.4 16.1 23.0 15.9

21 24.5 10.6 29.3 15.5 18.2 14.9 17.6 22.4 16.6

1 22 19.4 19.3 16.9 122.6 119.1 114.5 119.4 19.8 1b.8 1

Average 19.2 13.4 20.71 20.01 19.4 1 16.8 16.2 20.4 18.1
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Appendix I

AVERAGE PENETRATION OF COATING INTO WOOD

System Penetration of Coating into Wood (prn)Avrg

Number Rog-anPenetration
o-Sd Smooth Wood Average Rank

1 160.2 75.9 118.5 16

2 36.7 53.0 44.9 22%

3 97.1 33.0 65.1 19

4 246.7 164.5 205.6 1

5 141.3 108.1 124.7 13

6 151.1 146.9 149.0 6

7 47.4 129.6 88.5 18

8 70.5 45.6 58.1 20

9 184.8 162.5 173.7 3

10 216.0 109.9 163.0 4

11 236.2 87.2 161.7 5

12 209.9 75.1 141.0 9

13 84.9 200.4 142.7 8

14 155.8 223.7 189.8 2

15 143.2 116.1 129.7 11

16 133.9 131.6 132.8 10

17 176.2 112.1 144.2 7

18 198.8 39.3 119.1 15

19 178.7 25.4 102.1 17

20 53.1 45.3 49.2 21

21 106.8 137.6 122.2 14

22 146.8 107.2 127.0 126

Average 144.4 105.9 125.2
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DISTRIBUTION LIST

AF 18 CESS D)1311351 Kadcna. JA: ABG1 DEIR. Patrick AFI. F:1
AFB AFIr 1)13. Wright-Patterson AFFI. Oil: 110 MIAC PEE. Scott AFB. IL.: 110 IA(' 1)13M (Schmidt).

I-angicv. NA: SAMIS( MNNL). Norton AFB (CA
AFLSC 1)131. Lvndall AFB, FL: HIQ AFIESC TSV. Tyndall AFB3. FL.: 1-10 RL)C. Ihndall AlFB. Fl: H10 I-S .

I~ndaiIl AFB. HL
AFS(' 1351) 0(5. Hlanscom AFBI. MIA
ARMYIN AFZF-l)E-EPS. Ft Hlood. IX:' AMC(SM1-WC'S. Alexandria. \A: ARDC. Lihrar\. Dinecr. NJ:

BMDI[SC-R[- " (1 Mc('lellan). Hunt%%illc. AL,: C'h of 3niirs. I)A13N-(CWEt-M. %ashington. D)C. (h of 13ngr%.
)AEN-MIPI. Washingon. DC ' Comm (md. Tech Red l)i\. 1iuachuca. AZ: 13RADC()NI tecch Stipp lDir

M FI.SD-L ). Ft Mornmouth. NI: FFSA-E 0I I acil ). Ft Bck~oir. VA: FESA-ENI Kr-agcsktil. Ft lick oir.
\A:' Facs Fti~r Dir. ('ontr Br. Ft Ord. (A: 1I0LA C I)AFN-t(A: 'NIt:l JI 13 L-O. Mkinim~a. Japan

ARMYN - (RL A Bcrtclman. Champaign. H.: ('FRI-ZN. Champaign. It.: hrarn, Champaign It.
ARMIY CORPS OF1 FNGINLERS I INI)LI)-S. Ilitintmilic. AL : I INII-SY. Ifunti' ilic. ANI : I llrm%~. Seattle.

ARMY (RHL (RREl-F(i lRs;ch ('13. Il:,nocr. Nil
ARMIY LN(' \%AT1RWYS EXP SIA Lifirar%. N'ickdiur NIS: WFSCV-Z (Whalin). Vicksburg. NIS:

* V\%FSGil'-L ((ircen). Vick~hur!. MIS
ARMIN EN(R 1)ISI I ifrar%. Portland OR: Phila. ILill. Philadelphia. PA

* ARMY MA I & 5113(11 RS('I CEN DRXNIR-SkM (L.cnoc). NWatcrum~n. MA
A ARNIY LRANSP( RIALLON SCHfOO)L AS1-P-(DNI. Fort VAitk NA AISP-( IM (('i'lla). Fort FEusti%. V.A

* ARNIY-1113VOIR R&D) (iR S-lBE-AAL.O. Ft BicLoir. VA: SI RBi-BL ORL. Ft Bclhoir. \ A:
SlIRLIF-CFLO. Ft Bichoir. VA: STRBE-WC. Ft Bclvoir. VA

AL)MINSI'L MWO. Bahrain
* LII 'WRE-NV OF RECLAMIATION Code 1512 (C' Sclandcr). IDcn~cr. (C
* ('IICH(C (odc IW. Dai% ilk., RI: Code 15s. Port Fluecnm. (CA: C'ode )io5. Port I Iuecne. (CA: Code 431).

(iultport. NIS: LDir. ('135. Port tilutinrn. (A: Lihrarn. Disax~~illc. RI: PkA ( (('odc 80l). Prut IIuecnc.
( (A: PWO. L, v~~c RI:, PXVO, (ilflort. N1S: Tecch 'Librar% . (;ullport. MIS

('131 44)1. 01CC. (Great L~akes. IL: 40i5. OIC. San IDic~io. CA: 411. OIC. Norfolk. VA: 417. ( IC. Oak H arbor.

( IN USNANI1 R HLondlon. Lnlglaotl
(NO (odc NOP-1)4., Washing~ton. DC Code OP-9)X7J. \Nashjngton. I)C: OP.))'8. Wa~hington. D)C
00 )NI( C Bl.( ic1eo Ia rcia Proi M tr. Pea rl liarbot, .Ill
(f )IFAIRMUD I) (1. Naple%. Itali,
( OMFIFA(I P\V( )Eni'r 1)ir). Sawcbo. Japan: PIWO. Minia,~a Japan: IMO. Sawcbo. Japan: SCF. Yokol~Uk

) Japan
Cf )NIFL.FA(I. O KINAW\A L'NO. Kadcna. Japan
CONINAV..N(' EWO. London. England

.e (OINANAIRIANI Nuc Wpns Scc Oftr. Norfolk. VAN
('O\INAVI.O( PA(' (ode 4318, Pearl IHarbor. Ill
(I M(TIANSYSL ANL Fac NSlit Offr. PAD'L. Norfolk. NA
II( )(CEANNSPA( 5(13. Pcarl Hlarbor. iII

- (ONIIRALANY I (1. Norfolk. VA
* ~NAN'OCFAN('( NI'N ('0. Gutam. Mlariana Island%

IRll N mic ndria . N\A
IlNSRI)C (,oJc 4111 (RH. (,iirich). licthc'da %ID: ('odc 42. Bcthc%da \1l): 1)3I . C'ode 2X4. Annapol%. MDl:

* ~ ~ D 1)1. (title 4)20. A.nnapolk%. NIL)
V(C W I AN 1 . PWO. V'irginia lich. VA

* 15)1lAN I ( 01COlr. Norlolk NA
* F( R135 SFRN'ICTFPnirg Staft. lia~hinglon. D)CK

K%\NAL FTIN SIISRAN BMNDS('RKI.-C
LIBRARY OF ('ONGRESS Sci & Tech LDi%, Wa%hington. M)

* NI.NRCORI)ISI 12. Codc 4. San Francisco. (A
* NI..NMRINP C'ORPS BANSE AN(OS Fac F~ngr. Okinama: ('Ode 4.01). (aimp Pendleton. CA'N Code 4M). Camp
* 1.cjcunic. N(C: Dir. Mlaimt Control. 1'WL. Okinia. lapain: %I & R LDIN*I'n. ('amlp LI ctUnC NIL: NlaMnt Ofc.

('amp Pcendilon. (CA: PWO. (amp Iv.ccunic. NC: PWO. (amp Pecndleton, (CA
MIARINI: CORPS 1101 RS C'odc L.FF-2. \ia~htngton LDC
MI(AS D~ir. O p- Di% . Fac NMaint LDept. ('hcrr% Point. NC': Dir. Un Dti%Io. Fac Maimt Decpt. I 'hcrrn Point., N(:

MMO. Kancohe Bai . Ill: PWO. Yuma. Nl
NICI)I MO. Quantico. N\A

* MCNRI) 5(1. San iegLo CA
NNF l),r. P ,~ Iv Di%. L'NN I. Atmugi. lapan PW( . .'Ntrigi. Japan

* ~NAI.F OIl'. San 1)mivo. (CA



NAS Code I_ Alameda. CA: C'ode 163, Keflasik. Ieland: ('ode 182. Bermuda: ('ode 187MW. Brunswick, NIE:
('ode 6234 (CG. TIrask). Point Mugui ('A ('ode 71). Marietta. G.A: (Code 72E. Willow CGrow, PA: ('ode 83.
Patuxent Riner. NID; Code 81'N. Patuxent Ri~cr. SID. D~ir. Engrg D~i%. Millington. 'IN: D~ir. Maint Control
Di%. KeN West. FL: IDircctor. t'nigrg. Div: Fngr Dept. MDI. Adak. AK: Engrg IDir. PWI). Corpus Christi.
'X: Fate Plan Br Ntgr (Code 183). NI. San Dieg~o. (A: lecad ('PO. PWI). Sellf help D~i%. Beexille. TX: ME

(C'ode 1821[f). Miramar. San D~iego. ('A: 1'WI Maint INs. Nc-w Orleans. I.A: PWVD. Maintenance Control
Dir.. Bermnuda: PWO. Beesille. I*X: PWO. Cecil Field. Fl : PWO. D~allas 'IX: PWO. (ilensiew IL:_ PWO.
Keflavik. Iceland: PWO. Kc% West. Fl- PWO. Kinigs~ lle _IX: PWO. Mlilling~ton. 'IN: PWO. Miramar. San
Dicgo. ('A: PWO. Niotictl Field. CA: PWO. Ness Orleans. I-A: PWC). Siigonclla. Sicily: PWO. South
Wesmnouth. NA:* PWO. Willtnm Grose. PA: SCF. Barbers Point. III: SCE. ('ubi Point. RP

NAIL11- BREAL' OF STlANDARD)S 1B-348 BR. (Gaithersburgz. Mil
NAVIRASTA SU'E. San D~ieg~o. ('A
NAVAIRI)EVU(EN ('odc 813.' Warminster PA
NA\VAIR[EV%')RKFA(' (ode IM,) ('herr\ Point. NC: (ode 4)). Pensacola Ft.: ('tide 64116. San Dieizo. ('A:

Uquip Fnizr Di\ (C'ode 611M)). Pensacola. FA: SC'F, Norfolk. V~A
NAAREIE PWO, Patuxent Riser. Mil
NAVAL'DSVC'IIQ Director. Falls Church VA
NA NAVIC NICCEN Decput.% Dir. PNWIC de D)701). Intliminpolis. IN: PW Di\ . Indianapolis, IN
NAN'(AMiS PWO. Norfolk VA: SCE ((Code N-7), Naples. Itis:SIT W(ode W-fi0l. Wahiawa. III: SCE. Guamn.

Mia riana Islands
.V(C )ASFSY SC N C'ode 2230 0 Q uirk Painaimai Cmt. FI C ode 423. Panamia (Cit. F,- (Code 63)). Patiara

'as . Fl.: 'Fech Library . Panama ('it. Fl.
NA.N'V( )NINS'IA C'ode 4011. Neat Nakri. C reece: D~ir. Nlait Control. PWI). Dieg~o Garcia: D~ir. Maint Control.

* PWD'M. TIhurso. IU K: PWO. Emnotith. Australia
NANCONSYIR..C'FN ('ode 1B-1. Port lutirmei. (A
N.VI' IIRAPR( )lIN'('N tech I.i1. Pensacola. Fl1

* ~~NANI" I.XFX('N D)1FU. OI('. Winter IHarbor. 'ME
* ~~NAN'I()D)I'FC'I I 'N I'eeh I .ibrar\ . Indian [ lead. %ID
* VNN' NAFAC' iattit & Stores 01l'r. Berimuda: PWO . ('enter'lle 13ch. Ferndale ('A
* ~~NA\V FI'NM NO(i C )M ('tde 0 3. Ale sandrna. VA: ('tde ( 131 II ssotglouj I Alexandria. V'A: ('ode 0 4M . Alexandriai.

\ A:*('ode 114M1 IA. Alexandria. VA.N ('ode (14 I' B (Bom.Alexandria. VA: (Code 0)91%124 (Tlech Fib).
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NAFACI 'N( i(( )M (I IFS D)lV' ('tde 1011. Washinigton. DC( 'C(ode 40)3. Washing~ton, DC: (Code 40)5,
Vi .shinwlttn. DC(: ('ode 4()('. W\ashingltin. DC(' ('odte IPC)OIC. Washington. I)C: ('tide FPO-lIP1..

N:NN'''C'ENi'WONI - INN'!' IVN Br 0lc. D~ir. Naples. Itah. ('tide 1112. Nitrttilk. NA: C'ode 40)3. Norfolk.
NA. libraryN. Notrfolk. V

NAN'!-A('FN(G0 -(() N( R'I'II DIN'. (CO. Philadelphia. PA: ('tde 0)4. Philadelphia. PA: ('ode fl.(AI..
PhilAdlCphia. PA: ('tde 11I. Philadelphia. P'A: ('ode IllI. Philadelphia. PAN: C'ode 2012.2. Philadelphia. PW
('odte 40S,. Philadelphia. PA

NAN'FA(TFNGiC'0M PAC DINV I KW ('tdte 1111. Pearl MIirbiir. Ill ('tidle 04tP. Pearl Hlarbotr. [II: ('ode 20)11.
P~c.rl Hlarbtir. Ill. ('ode 4)02, RII&F. Pearl Iltbtr. Ill, lilirars . Pearl Harbor. Ill

'NA AN I' N( iCC)Ml SC oVI I I DIN' C'ode 1112, C'harlesiton. SC': Co'ite 4015. C 'harlesttin. SU': ('ode 4M6.

Charlesto~n. SC': Cictitech Sectitin ((ode 4111. C'harlesltin. SC,. I 1ibrars . 'hirleslion. SC
N.NAC -FC~'~ WS I' IVN 1041 2). San Brunti. C 'AN C('ie 0113 Sani Birunio. ('A: ('tde 1)02. San Blrutno.

('N. I)ir. PW1) ((tie 1ll). San Brunto. CA. I lbiars IC 'titl 114 \N 21. San Brtunti. C. RI&F1' I .no). San
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* RC )IC 'C.l ('odte 6I . Sils erileI. V A: Ro( '. Co'trpuls C 'risti. I X. Rol )I C. C' ic. IN. Ro(I'( '..Iae ksoiislIe.
Fl.. Ro(C(. Kellas ik . Iceland 'R(')IC'( '. Kcs W\rst. I1I : Ro( C. Potint Nitilvii. CA'' Rtl' )I C. Rotat. Spain:
RoC)CC. I ssents mit Platus. C'N Ro(( ' ,\NRo(C'(*. Brottkls i. N) . KI( A.Ro( .Co'tlts Neck. N.l.
Rol)( 'C( )IC.' SPA. Ntrttilk. N A. SWk Pie. ( )C C' Manila. RI'

NAVN'I C SP C '. Nessptirt . RI: CO 'C. lllingitin. IN: D)ir . I ngrv IDis\. ('amp I cicune. NC': PWO. CGtiam. Maiana
a I~slatitls MM0. C kinwisa. Japan. SCI('F Kiiptiwskil. Circa) I ikcs. 11 : SC 1,'. C amp P'endletton C'.'N. S('1.
* Pensactila IT: SCUF . Nt ktisuk a. Ja pan 1

* ~~NAVMA6.N i ngr Dir. PW 1). Ciuatn. Niatana Islands: SCF'. C itni. Nirmn Islitit
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NAXPIIIBASE PWVO. Norfolk. VA: SC'E. San D~iego. (CA
NAX'RADRE('FAC PWO. Kami Seta. Japan
NAVRESIREDCOM Commander (('&dei (172). San Francisco. (A
NAVSCO)ICECOFF (ode C44A. Port Ilueneme. CA
NAVSCSCOI. PWO. Athens. GA
NAX'SFASYS('()M ('ode (SEt. Washington. DC: (ode 1161141. WAashinigton. D)C: (Code CEL-l'l23. Washington,

D)C: SEA 0(SE I. Washington. DC
NAVSECG RI.( ACO '. Galeta Island. Panama (Canal: IMO( (('ode 40l). EiML Scotlanld: PWO. Adak. AK:

PWO. Sabana Seca. PR
* NAVSECSFA [Dir. Engrg. MID. Washington. D)(

NAVS1-IPREPFA(' SCE, Suhic Ha\. RP: SCE. Y~okosuka Japan
NAX'SIIIPYD (C0. Philadelphia. PA: ('ode 134. Pearl Harbor. IIl: (ode 2012.4. Long~ Beach. (' ('ode 2112.5

* lLibrarv). Bremerton. WA: ('ode 380,. Portsmouth. V'A: ('ode 382 3. Pealrl Harbor. IL ('ode 4101. Mare Is..
Vallejo (CA: ('ode 4401. Bremerton. \VAX: ('ode 4401. Portsmouth. NilI: (title 4401. Portsmouth. VA,: ('ode
4401.4. Bremerton. WA: ('ode 457 (Mai Suprl. Vallejo ('A: ('OdeC 9403. Long. Beach. ('A: Dir. Maint

* (Control. PWI). Long Beach. ('A: Dir. PWAD (('ode 4211). Portsmouth. VA: Librarsi. Portsmouth. Nil: PWVD
(('ode 4S511H)) Portsmouth. VA: PWI) (('ode 457-Il1)) Shop 017. Portsmouth. V'A: PWO. Bremerton. WA:
PWO, Mare Island. Vallejo. ('A: S('E. Pearl Harhbor, IIl

NAX'STA A. Sumgihara. Pearl IHarbor, II: ('O. Brooklyn. NY: ('0. Roosevelt Roads. PR: ('ode 18. Mid%%iiV
Island: IDir. Engr D~i\, PWI) (('ode 182M11), Mavport FL. Di.13m~i.PI.(iatnm . Cuba:

Rota. pain Dair ntonro Di. GVD (ant anao s.Cb:PX
IDir. Mech Engr. Norfolk. VA: Eng~rg. Dir. Rt.San amCnrlD\ unaao[i.Cb:PO

* (ju6vantanamto Bit\. ('uha: PWO. Mayport. FL.: SC'E. (juarn. Marianas Islands: SC'E, Pearl H arbor III: SC'E,
* San Diego ('A: SCE. Subic Ba\. RI': Util Engrg Olfir. Rota. Spain
* NAX'SL'PPACT PWO. Hiol\ Loch. UK: PWO. Naples. Italy

NA VS LP PF.X( Dir. Maint C'ontrol lDiv. MWD. Thurmont. Nil)
NAVTE('IIRA('EN SC'E. Pensacola FL.
NAVWVARCOI. Fmc ('oord (('ode 24). Newport. RI .k

- ~NAVWVPN('EN ('ode 2634. C'hina~ Lake. ('A: ('ode 2636. C'hina L~ake. ('A: DROICC( (('ode 70(2). ('hina iake.
* (CA: PWM) (('ode 266). ('hina Lake. ('A

NAVWVPNSI'A ('ode M12. Colts Neck. NJ: Code ((92. ('oncord ('A: Dir. Maint Control. PWD. C'oncord. ('A:
- IDir. Xlaint Control. Yorktovn. VA: Engrg Di\. PI)D. Yorktomn. V'A. K.''. ('(ehak. (Cols Neck. NJ: PWVO.
* ('Charleston. SC': PWO. ('ode M(B. ('olts Neck. NJ: [IWO. Seal Beach. ('A

NAVWVPNSTA PIWO. Yorktowin. VA
NA\VWkPNS'T'A Supir Gjen Engr. PWI). Seal Beach. ('A
NAVWVPNS.'PPCEN ('ode (09. Crane. IN
NE'l'( ('ode 42. Nessport. RI: PWO. Ne\%port. RI
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INSTRUCTIONS

The Naval Civil Engineering Laboratory has revised its primary distribution lists. The bottom of
the mailing label has several numbers listed. These numbers correspond to numbers assigned to the list of
Subject Categories. Numbers on the label corresponding to those on the list indicate the subject category and
type of documents you are presently receiving. If you are satisfied, throw this card away (or file it for later
reference).

If you want to change what you are presently receiving:

* Delete - mark off number on bottom of label.

* Add - circle number on list.

* Remove my name from all your lists - check box on list.

* Change my address - line out incorrect line and writc in correction (ATTACH MAILING LABEL).

* Number of copies should be entered after the title of the subject categories you select.

Fold on line below and drop in the mail.

Note: Numbers on label but not listed on questionnaire are for NCEL use only, please ignore them.

Fold on hne and staple

DEPARTMENT OF THE NAVY o..'

POSTAGE AND FEES PAID
NAVAL CIVIL ENGINEERING LABORATORY DEPARTMENT OF THE NAVY

PORT HUENEME. CALIFORNIA 93043 00-316M

OFFICIAL BUSINESS
PENALTY FOR PRIVATE -1E9. 5200

I IND-CEIL-2700/4 (REV. 12-73)

0020-LL-L70-0044

Commanding Officer
Code L14

Naval Civil Engineering Laboratory
Port Hueneme, California 93043

- ----. - - -



DISTRIBUTION QUESTIONNAIRE

The Naval Civil Engineering Laboratory is revising its primary distribution lists.

SUBJECT CATEGORIES 2s ENERGY/POWER GENERATION
29 Thermal conservation (thermal engineering of buildings. HVAC

I SHORE FACIUTIES systems, energy loss measurement, power geferation)

2 Construction methods and materials (including corrosion 30 Controls and electrical conservation (electrical systems.
control. coatings) energy monitoring end control systems)

3 Waterfront structures (maitenance/deterroratron control) 31 Fuel flexibility (liquid fueis, coal utilization, energy
4 Utilities (including power conditioning) from solid waste)
5 Explosives safety 32 Alternate energy source (geothermal power, photovoltic
6 Construction equipment and machinery power systems, solar systems, wind systems, energy storge
7 Fire prevention and control systems)
8 Antenna technology 33 Site data end systems integration (energy resource date. energy "
9 Structural analysis and design (including numerical and consumption data. integrating energy systems)

computer techniques) 34 ENVIRONMENTAL PROTECTION
10 Protective construction (including hardened shelters. 35 Solid waste management

shock and vibration studies) 36 Hazardous/tox(c materials management
11 Soil/rock mechanics 37 Wastewater management and sanitary engineering
13 BED 38 Oil pollution removal and recovery
14 Airfields and pavements 39 Air pollution
1t ADVANCED BASE AND AMPHIBIOUS FACILITIES 40 Noise abatement
16 Base facilities (including shelters, power generation, water supplies) 44 OCEAN ENGINEERING
17 Expedient roads/aisids/brdges 45 Seatloor soils and fou Jations
18 Amphibious operations (including breakwaters, wave forces) 46 Seafloor construction systems and operations (including
19 Over the-Beach operations lincluding containerization, diver and manipulator tools)

materiel transfer, lighterage an cranes) 47 Undersea structures and materials
20 POL storage, transfer and distribution 48 Anchors and moorings
24 POLAR ENGINEERING 49 Undersea power systems, electromechanical cables,
24 Same as Advanced Base and Amphibious Facilities. and connectors

except limited to cold-region environments 50 Pressure vessel facilities
51 Physical environment (including site surveying)
52 Ocean-based concrete structures
"S3 Hyperbaric chambers
54 Undersea cable dynamics

TYPES OP DOCUMENTS

33 Techdat. Sheets 86 Technical Reports and Technical Note. 82 NCEL Guide & Updates 11 None-

3 Table of Contents & Index to TDS 91 Physical Security remove my nane
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